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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TD EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTLFY THATTHE PRODUCT LlSTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR Q U A L m  SYSTEM AND REQlllREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWiNG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO USTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE WS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

M I  598 - VALVE MSPECTION AND TESTMG API 6D - PlPELME VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - M m A L  PLUG VALVES - FLANGED, THREAOED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDMG ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DiMENSlONS OF VALVES ANSlB16-11 - FORGED FITTMGS, SOCKET - WELDING AND THREADED 

ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC081A08MAB830000M 
(Código) 

D e s e r i ~ t i o n  
8" Fig. 5202 F UT WCB, API TRiM No.8 830000 

Descripción CAST STEEL CATE VALVE 150 CLASS 
( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 150) 

VaLVE m i Q W  EMLFSIONCONTQOL (SO PPM'S MAX.) WAL*íiW SOlWNISn<ADA C O N C O N T R O S  
EMISlONES FUGmNAS (9 PPM'S M.) ) 

I H Y D R O S T A T I C  (PSI) I 450 
450 

(HIDROSTATICA) * * l  
P R E S S U R E  T E S T  T,H,F,L& 
(PRWEXAS DE PRESION) 

( P N E U M A T I C  (PSI) 
m M & m r A ,  I 

SlDE (LAW) 

1 2 

MECHANICAL TESTS (PROPMECANICI\S) 

TENS YlELD ELG RED BHN . 
m 1  m 1  % % 

C W ~  IST 2ND 3RD AVG 

83.81 42.20 27 50 167 

78.74 46.98 27 50 164 

79.61 47.85 29 55 158 

FACIO-21 REV"3" 

CHEMICAL C O M P O S I T l O N  (%) COMPOSICI~N QUMlCA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

, 
ITEM HEAT No. MATERIAL 

(PARTE) (COLADA) lAS1UI 
BODY WH34204 ASTM A-216IWCB 

M R P O  

BONNET WH34207 m A - 2 1 6 I W C B  
80NEl'E 

WEDGE WKI4252 ASTMA-2I6wCB 
DISCO 

i 

c M o  P S Si Ni CT M 0  CU v Cb 
0.204 0.950 0.030 0.012 0.451 0.045 0.014 0.001 0.024 0.003 

Nonnaliated to (Nomialirado a) 930  T e m a  to (Temple a) 650 Enñiado en ain. 
0.201 0.863 0.038 0.014 0.433 0.035 0.034 0.001 0.029 0.004 

Nomliuited to (Normalbdo a) 930  Temwr to (Temole a) 650 Enfiado en aM. 

0.196 0.901 0.032 0.012 0.485 0.020 0.021 0.001 0.026 0.005 
Norm~Iizated to (Nomalbdo a) 930  Tempr to (Temple a) 650 Enüiado en a&. 

\ 


