(Numero) Number
- Av. de La Industrza Lote 16 chc Industrial El Trebo? (Fecha) Date
Tepatzotlan E: vtado de Mexico C P. 54600 - . T

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

‘(ACCORDING TO EN10204 TYPE 3.1)
: ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CU\IPLIMIEN TO i
AS DESIGVED MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE S ‘
’ I*OLLOWIN(I STANDARDS LAST EDITION: e L
(CFRTIFICAMOS QUF EL PRODUCTO LISTADO ABAJO FUE DISE‘\I ADO, FABRICADO Y PROBADO DE ‘ACUERDO CON NUESTRO SISTEMA DE CAL]DAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENT! Eb
ESTANDARES ULTIMA EDICION.)

Industrial de Valvulas, S.4. de CV. ' ‘ [ \’1ic4947 . ]

28/10/2011

CWE CERT[FY TH T THE I’RODUCT LISTED BEL OW

APIS98 - VALVE INSPECTION AND TESTING API6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
AP1599 - - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-11 * - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS A API1602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
Part No. . : -
(C:’)‘:lig(:; AC062A08MAA8300000 ( PRESSURE TEST %&1;%01), 1? é}:g% SIDE (LADO) }
Description 6" Fig. 5206 F UT WCB, API TRIM No.8 830000 (PRUEBAS DE PRESION) il 1 2
Descripcién  CAST STEEL GATE VALVE 300 CLASS HYDROSTATIC (PSD 1125 1125 NA NA
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 300) (HIDROSTATICA)
VALVE WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) PNEUMATIC (PSD 80 80
(NEUMATICA) )
[ MECHANICAL TESTS  (PROP. MECANICAS) ]
[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BHN ]
. . . KPSI KPSI % % )
| (ISEIETR;EI) (Igg&’ggo MéXSEF%AL C Mn P S Si Ni Cr Mo Cu \Y% Chb CVNG 1ST IND 3RD AVG
BODY WHI18516 ASTM A-216/WCB 0.217 0.958 0.022 0.014 0.392 0.041 0.081 0.020 0.005 0.004 75.55 46.40 30 46 149
CUERPO ) Normalizated to (Normalizado a) 930 °C Temper to (Temple a) 650 °C Cooled in air. (Enfriado en aire.)
BONNET WH16944 ASTM A-216/WCB 0.184 0.811 0.030 0.016 0.450 0.018 0.033 0.004 0.020 0.003 0.359 84.53 48.43 30 52 152
BONETE Normalizated to (Normalizado a) 930 °C Temper to (Temple a) 650 °C Cooled in air. (Enfriado en aire.)
WEDGE D3586 ASTM A-217/CA15 0.120 0.870 0.025 0.016 0.840 0.580 12,660  0.030 0.068 0.002 98.46 71.63 25 42 270
bisco Normalizado a (Normalizated to) 970 °C Temple a (Temper to) 630 °C Enfriado en aire. (Cooled in air.)
FAC10-21 REV "3"
CERTIFICADO POR: CERTIFIED BY ;

ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE

\ /w‘ t}
Jessica Garcia



