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QALITY ASSURANCE CERTIFICATE OF COMPLIANCE

e CECORDING TO EN106204 TY?E 3 {}
! i ASEGURAMiEN’l’O‘ﬁE CALIDAD CERTIFICADO:DE c(mermNTo ) .
IﬂS’fEﬁ BE[DW WASDESIGNED MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OETﬁE
) ' , 7 ¥ FOLLOWING STANDARDS LAST EDITION: £
(‘ ERT]F(CAMO’S QUE EL PRODUCTO USTAWMNO F[E DXSENADO FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CA].IDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE 108 SIGUIENTES‘C

(Numero) Number VllE€141 Fo
(Fecha) Date 25/19/”% ;
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L

: ESTANDARES ULTIMA EDICION. - .
AP 598 - .- VALVE JNSPECTION AND TESTING . API6D ! _ PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
s CAPIS99 ) ~METALPLUG VALVES - FLANGED, THREADED AND WELDING ] APT 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
.. ANSIB16-10 - FACE TO'FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
% - ANSIBI6-34 - VALVES'- FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, -
- MSS-SP6t - PRESSURE TESTING OF STEEL VALVES - _ _ WELDING AND EXTENDED - BODY ENDS -
e . TR : ’;‘u‘?, . ‘}b"-"
l(?:?dx 1:;; AC041A08M;AB830000+ : r SRESSURE TEST SHELL Back S TETR
Description 4" Fig, 5202 FUT WCB, API TRIM No.8 830000 . (PRUEBAS DE PRESION) ) 1 2
Descripcion  CAST STEEL GATE VALVE 150 CLASS ' HYDROSTATIC (PSD 450 450 NA NA
s (VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) . (HIDROSTATICA)
VALVE 'WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS ‘ .
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) ¢ e PNEUMATIC (PSD 80 80
(NEUMATICA) J
[ MECHANICAL TESTS (PROP. MECANICAS) ]
[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS VYIELD ELG RED BHN ]
— — - =
ATEM  HEADA-  MATERIAL C Mn P ) Si Ni Cr Mo Cu v o | Sve & aw o AvG
HC0387 - 0.190 0920 0.024 0010 0450 0029 0.084 0039 0029 0.003 73.95  45.68 29 49 148
CUERFO Normalizated to (Normalizado a) 930 °C Temper to (Temvle a) 650 °C Cooled in air. (Enfriado en aire.)
BONNET HC0372 ASTM A-216/WCB 0.210 0.920 0.021 0.014 0.460 0.015 0.014 0.030 0.014 0.002 72.50  43.50 27 46 . 147
BONETE : Normalizated to (Normalizado ) 930 °C Temper to (Temple a) 650 °C Cooled in air. (Enfriado en aire.)
WEDGE  HC0375 ASTM A-216/WCB 0.190 0.850 0025 0010 0420 0017 0021 0028 0014 0.002 72.50 4495 29 48 149
DISCO Normalizated to (Normalizado a) 930 °C Temper to (Temple a) 650 °C Cooled in air. (Enfriado en aire.)
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