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(Fecha) Date

- PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
' - STEEL GATE VALVES, FLANGED AND WELDING ENDS
* - FORGED FITTINGS, SOCKET - WELDING AND THREADED

P ) " -COMPACT STEEL GATE VALVES - FLANGED, THREADED
-PRESSURE TESTING OF STEEL VALVFS : R PR .. WELDING AND EXTENDED - BODY ENDS

PAC041A08MAB830000+ 10

s LR (T PRESSURE TEST SHELL | BACK
e f
?'nesirfpéfﬁfl 4" Fig, 5202 F UT WCB, API TRIM No. s 830000 - (PRUEBAS DE PRESION) N : =
Descripciéon  CAST STEEL GATE VALVE 150 CLASS ' ' .. HYDROSTATIC (PSD 450 450 NA  NA
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150). i (HIDROSTATICA) RN
VALVE WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS } ) i : i
EMISIONES FUGITIVAS (50 PPMS MAX) ) ) ~ PNEUMATIC (PSD 80 80 |
AR ’ ‘ - (NEUMATICA) R
( MECHANICAL TESTS (PROP.MECANICAS) )
: [ CHEMICAL COMPOSITION (%) ~ COMPOSICION QUIMICA (%) TENS YIELD ELG RED - BHN ]
| TR COALR  MATERIAC C Mn P S Si Ni Cr Mo Cu v b | e o aw w0 ave
BODY HC0379 ASTM A-216/WCB 0220 0.870 0.027 0.013 0450 0.035 0053 0.035 0034 0.005 73.23  44.23 28 a8 147
CUERPO ‘Normalizated to (Normalizado a) 930 °C Temper to (Temple a) 650 °C Cooled in air. (Enfriado en aire.) o8 =
BONNET HC0382 ASTM A-216/WCB 10190 0870 0027 0012 0410 0022 0055 0.026 - 0.023  0.003 73.95 4568 29 47 147
BONETE : B . ] Nbdhéﬁzﬁted to (Normalizado a) 930 °C - “Temper to (Temple a) 650 °C ;. Cooled in air. (Enfriado en aire.) ; e
WEDGE Hcoao9 ASTMA216WCB - 1 0200 0910  0.034 0.015 0540  0.012 0047 0.030 0011  0.001 77.58  47.85 27 50

DISCO + * INomalizated to (Normalizado a) 930 °C - “Temper to (Temple a) 650 °C £ Cooled in air. (Enfriado en aire.)




