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' QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

{ACCORDING TO EN 10204.TYPE 3.
. 3 : ASEG‘&RAMLENTO DE CALIDAD" CERT;FE‘CADO DE ‘CUMPLIMIENTO ]
o WB C‘BRTIFY THAT Tﬁg mecr USTED BELOW WAS DESlGNEB, MANUF ACTURED AND TESTED AGCORDING 10 OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE
i £ ' % . . FOLLOWING STANDARDS EAST EDITION:

: %
& (cmmmcmos QUE EL PRQBUC‘TO uz‘mino ABAJO FUE DISEN‘ADO F‘ABRICAHO ¥ PROBADO DE ACUERDO CON FUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES
: i ESTANDARES ULTIMA EDICION ) :
i API 598 - ; 2 VALVE INSPECTION AND TESTING - - 3 E .7 %y APIED - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 599 : ‘: METAL PLUG VALVES - FLANGED, 'I'HREADED AND WBLD]NG Tt API6O0 . STEEL GATE VALVES, FLANGED AND WELDING ENDS -
ANSIB16-10 . - -FACETO FACE AND END TO END DIMENSIONS OF VALVES L ANSIBI16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSI B16-34 * - VALVES - FLANGED, THREADED AND WELDING ENDS - AP1602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 : - PRESSURE TESTING OF STEEL VALVES . WELDING AND EXTENDED - BODY ENDS
. \x t T ik T
I(’ggtdgg ACMIAOSMAB830000+ iR e e ( PRESSURE TEST %%)L BACK SIDE __ (LADO)
Description 4" Fig. 5202 FUT WCB, API TRIM No.8 830000 (PRUEBAS DE FRESION) ) 1 2
Descripcién  CAST STEEL GATE VALVE 150 CLASS HYDROSTATIC (PSD 450 450 NA NA
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA)
VALVE WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (VALVULA SUNHNISTRADA CON CONTROL DE BAJAS
EMISIONES FUGITIVAS (50 FPM'S MAX)) ) PNEUMATIC (PSD 80 80
(NEUMATICA) )

{ MECHANICAL TESTS (PROP. MECANICAS) |

[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED  BHN ]
Grg:% (ggﬁ%ﬁ“ MA(ATSE'I!}A)IAL C Mn P S Si Ni Cr Mo Cu \4 Cb vax;sa l?sil z?fn 3;@: AVG
HC0374 0.200 0.890 0.021 0.011 0.420 0.023 0.024 0.032 0.019 0.002 7323 4495 28 49 147
CUERPO » 'Normalizated to (Normalizado a) 930 °C Temper to (Temple 8) 650 °C Cooled in air. (Enfriado en aire.)
BONNET HC0377 ASTM A-216/WCB 0.210 0.880 0.026 0.012 0.450 0.018 0.067 0.030 0.014 0.002 76.85  48.58 33 52 153
BONETE Normalizated to (Normalizado a) 930 °C Temper to (Temple a) 650 °C Cooled in air. (Enfriado en aire.)
WEDGE HC0370 ASTM A-216/WCB 0.200 0.880 0.026 0.011 0.430 0.016 0.023 0.027 0.014 0.002 7395 4568 30 51 148
pisco ‘Normalizated to (Normalizado 8) 930 °C “Temper to (Temple &) 650 °C Cooled in air. (Enfriado en aire.)
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