VORTH

" Industrial de Valvulas, S.4. de C.V.
b5 Av. de La Industria Lote 16 Frace. Industrial El Trebol
"~ Tepotzotlan, Estado de Mexico C.P. 54600
Singe 1845 Teléfono: (52 55) 5899 1700 Fax: (52 55) 5876 0156

E-Mail: Infoi@wvalwvorth.comax - Web: www walworthvalves.com

(Numero) Number [

(Fecha) Drate

V12ER0643
17/02/2014

J

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

(ACCORDING TQ ENI10264 TYPE 3.1)

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE
FOLLOWING STANDARDS LAST EDITION:
{CERTIFICAMGS QUE EL PRODUCTS LISTADH ABAJO FUE DISERADC, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS BSTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES
ESTANDARES ULTIMA EDICION.)

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK.
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING APL600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIBI16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
_ANSIB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS APT 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, ,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BGDY ENDS
API 594 - CHECK VLAVES FLANGED, LUG, WAFER AND BUTT WELDING ~
: PRESSURE TEST SHELL BACK SIDE _©A50
Part No. AR]G]AOSMABS30000+ [ {FPRUEBAS DE PRESION) (CASCO) (SEAT) 1 2
(Codigo)
Description 10" Fig. 5341 F UT WCB, API TRIM No 8 330000 HYDR%%‘;}E& (PSh) 450 NA 315 NA
Descripcién CAST STEEL SWING CHECK VALYVE 150 CLASS a ! B
ALVULA RET 0l D 0
(v, ENCION TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) PNEUMATIC (PST) NA NA
VALVE WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (VALVULA SUI\IIN]STRADA CON (NEUMATICA)
CONTROL DE BAJAS EMISIONES FUGITIVAS (50 PPM'S MAX.) ) i J
([ MEcHANICALTEST =~ erormscavcas )
[ CHEMICAL COMPOSITION ("/n) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BHN J
‘ KPSI KFPSI % % )
ITEM  HEATNo.  MATERIAL C Mn P S Si Ni Cr Mo Cu vV Cb | comg st D ®  Ave
BODY WHE7828 ASTM A-ZIS/WCE 0.185 0.840 0.031 0.015 0451 0.056 0035 0.002 0.038 0.061 7917 4959 29 54 173
CUERFQ Normatized (Normalizado a) 930 °C Temper to (Temple a) 650 °C Air Cooled. (Enfriado en aire.)
COVER WHETT63 ASTM A-Z16/WCB 0209 0900 0.024 0012 0473 (050 0030 0003 0031 0003 84.54 55.54 29 54 171
TAPA Normalized (Nermalizado a) 930 °C Temper to (Temgple 5) 650 °C Air Cooled. (Bnfriada en aire.)
WEDGE WH42721 ASTM A-216/WCB 0.204 0.910 0.027 0.007 462 (.033 0053 0004 0.033 (0.009 80.33 5264 29 55 153
pIsco Normelized (Normalizado a) 930 °C Teraper to {Temple a} 650 °C Alr Cooled. (Enfriade en aire.)
FACIG-21 REV "3:
CERTIFICADO POR: CERTIFIED BY :
ASEGURAMIENTO DE QUALITY ASSURANCE

Yolanda Ponciano



