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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

ORDING TO EN10204 TYPE 3

ASEGURAM]ENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRCDUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE

FOLLOWING STANDARDS LAST EDITION:

(CERT.I]’ICAMDS QUE EL FRODUCTO LISTADO ABATO FUE DISENADO, FABRICATO Y PROBADGO DE ACUERDC CON NUESTRG SISTEMA DE CALIDAD Y CON RF.QUISITOS ESTABLECIDOS EN UNO O MAS DELOS SIGUIENTES

ESTANDIARES ULTIMA EDICION.)

API 598 - VALVE INSFECTION AND TESTING APIGD - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
AP 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 6G0 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIBI6-10 - FACE TO FACE AND END TQ END DIMENSIONS OF VALVES ANSIBI16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSIB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
Par)t NO- ACI101A08MABS36000+ PRESSURE TEST SHELL BACK SIDE LADO) )
(Codigo} (PRUEBAS DE PRESION) {CASCOY (8EAT) 1 2
Descrintion 10" Fig. 5202 F UT WCB, API TRIM No.8 830000 HYDROSTATIC (PSL
Descripeitn  CAST STEEL GATE VALVE 130 CLASS RS TATIC (PS) 430 450 NA NA
(VALYULA CGMPUERTA DE ACERG FUNDIDO CLASE 150)
VALYE WITH LOW EMISSION CONTROL (50 PPM'S MAX.} (VALVULA SUMINISTRADA CON PNEUMATIC {PSI) 8 0 8 D
CONTROL DE BAJAS EMISIONES FUGITIVAS (50 PPM'S MAX,) ) (NBUMATICA)
>y
( mEcmanicALTEST = rromMEcancs )
[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%} TENS YIELD ELG RED BHN J
‘ R . i KPS1 KFS1 %
ITEM  HEATNe. MATERIAL C Mn P s Si Ni Cr Mo Cu V. Cb | cmg 15T 2 #  Ave
BODY WHAI33 ASTM A-2167WCB 0.208 0913 0026 0011 0480 0.0Z26 0046 0.005 0.029 0.007 8396 35496 28 52 167
CUERPO Normaiized (Normalizade a) 520 °C Temper to (Tenple a) 650 °C Air Cooled. (Enfriado en aire.) :
BONNET  WH43g63 ASTM A-216/WCB 0201 0906 0034 0.011 0467 0028 0.033 0004 0.026 0.007 8485 5554 31 38 166
BONETE Normalized (Normalizado a) 920 °C Temper to (Temple a} 650 °C Air Cooled. (Enfriado en aire.)
WEDGE WHASES ASTM A-216/WCB 0.186 0916 0024 0010 0434 0026 0038 0004 0032 0.008 8532 52.59 32 61 i61
Disco Narmalized (Normalizado a) 920 °C Temper to {Temple a) 650 °C Air Cooled. (Enfriade en aire.) :
FAC10-21 REV "3"
CERTIFICADC POR: CERTIFIED BY :
ASEGURAMIENTO DE QUALITY ASSURANCE

Yolanda Ponciano



