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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
(ACCORDING TO EN10204 TYPE 3.1)

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THl' PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE

1 FOLLOWING STANDARDS LAST EDITION:
{ (CERTIFICAMOS QUE ELFPRODI'CTG LISTADC ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES
ESTANDARES ULTIMA EDICION )

API 598 - VALVE lNSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK.
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSI B16-10 -FACETO FACE AND END TO END DIMENSIONS OF VALVES ANSI Bl16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSIB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP§l - PRESSURE|TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
API 594 - CHECK VALVES FLANGED, LUG, WAFER AND BUTT WELDING
PRESSURE TEST SHELL BACK SIDE ___ (LADO) )
Part No. AC061A08MABS30000F (PRUEBAS DE PRESION) (CASCO) (SEAT) 1 ]
(Codigo)
Description 6'" Fig. ESZOZ FUT WCB,API TRIM No.§ 830000 HYDROSTATIC (PS1) 450 450 NA NA
HIDROSTATICA]
Descripeion  CAST STEEL GATE VALVE 150 CLASS ‘ !
VALVU MPUERTA DE ACERO FUN 'LASE 15
- N ( '\L. bE.jACOs‘IPUFR ADE ACER PU. DIDO (,‘L\SEI‘ 0 PNEUMATIC (PSI) . 6
VALVE WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (VALYULA SUMINISTRADA CON (NEUMATICA)
CONTROL DE BAJAS EMISIONES FUGITIVAS (50 PPM'S MAX) ) >y
( MECHANICALTEST  'PROP MECANICAS }
[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS  YIELD ELG RED BHN ]
TEM N o ] ) . KPS KPSI % % ]
{P%\ETPF',I ﬁfﬁ:{;'\n' ‘“‘\{IS‘T{{,}AL ¢ Mn P S Si Ni Cr Mo Cu A% Cb CVN@ IST IND 3RD AVG
BODY ML ASTMAINRED 0226 0715 0.013 0011 0422 0.013 0.013 0014 0012 0.004 70.76  37.85 31 40 157
CUERPO Ncrma:.lized (Normalgzado a) 930 °C Temper to (Temple a) 650 °C Air Cooled. (Enfriado en aire.)
BONNET NL1ZT ASTMAZIGIVCE 0.209 G215 0.030 0.019 0465 0.029 0.045 0.014  0.041 0.009 7323 3915 25 38 153
BONETE Normalized (Normalfzado a) 930 °C Temper to (Temple a) 650 °C Air Cooled. (Enfriado en aire.)
WEDGE 3326 ASIMA-ZI6WEB 0.190 0.730 0.036 0.034 0.430 0.024 0.023 0.006  0.028 0.002 71.48 39.73 26 37 142

DISCO

Temper to (Temple a) 650 °C

.\‘nrmzllized (Normaltzado a) 930 °C Air Cooled. (Enfiiado en aire.)

J
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