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Industrial de Vélvulas, S.A. de C.V. CERTIFICATE OF MATERIALS & TEST REPORT (CMTR)
Industria lte 16 S/N Frace. Industrial el Trébol de (CERTIFICADO DE CAk’gégR%fN“é‘“:g’;’ﬁ‘iﬁgo‘; ’;fﬁgg? DE PRUEBAS CMTR)
Tepotzotldn, Estado de México, México C.P. 54610 .
No. cédigo interno {Product Code Nr.): AROSOBAUBMA NA 1BG No. Serie (sen'a] Number): V1 48R1 955
Fecha (Date): March 15, 2016 No. De Tag (Tag Number):
Clientes ( Customer }: No Pedido del Cliente (Customer PO Nr.):
Partida (Customer ltem J: Pedido Interno No (Walworth Sales Nr. ): Partida (ltem ):
Linea de producto (Product line ): | CAST STEEL Extremos (Ends): RAISED FACE (RF TYPE "A") Operacion(Operation ). N/A
Tipo de vaivula (Type of valve ): SWING CHECK Cuerpo (Shel): wcB Otros (Other requirements):
Digmetro (Nominal diameter): 3 Interiores (Trim ): ,#oe T
Presion clase (Pressure class ): | 150 Figura No (Figure Nr. ): | FIG 5341
COMPOSICION QUIMICA EN % (CHEMICAL COMPOSITION % )
Parte Material Colada | %C |%Mn| %P | %S5 [%Si | %Ni [ %Cr|%Mo|%Cu| %V | % | % [ % | % | % | % | %
(Component ) (Material) (Heat)
CUERPO ASTM_A_216_GR_WCB K4H86 0203| 0.725| 0.025| 0.026] 0.443| 003c, 0055 0.015| 0068 0.001| 0.000{ 0.000| 0.000] 0.000] 0.0001 0.000| 0.000
(BODY)
DISCO 1 ASTM_A_216_GR_WCB FH86 0214} 0.964| 0.022| 0028/ 0353 0.040| 0.080| 0.012 0029 0001 0.000| 0.000] 0.000{ 0.000] 0.000] 0.000] 0.000
(DISC 1)
TAPA1 ASTM_A_216_GR_WCB KA4H78 0183 0777| 0.025| 0.029| 0420] 0.041] 0036 0.020| 0.060| 0.001| 0.000| 0.000] 0.000] 0.000] 0.000| 0.000] 0.000
(CAP 1)
PROPIEDADES MECANICAS (MECHANICAL TESTING)
Condicion de TT i Reduccion Dureza Prueba Impacto
Parte Colada Normalizado & revenido Cedencia Tension Alar. En 2" de area (Hardness) (Impact Test)
(Component) (Heat ) Heat Treatment condition (Tensile (Yield (Elong. In | (Reduction (Bhn) (Joules)
(Nermalized & tempered) strength) strength) 2") of area)
(Kpsi) (Kpsi) (% min) (% min) ist  2nd 1st 2nd 3rd AVG
CUERPO K4H86 (910-940) °C, NORMALIZADO ( RECOCIDO ) 45.3900 76.1300 30 42 151 o 0 0 4 0
650 °C ENFRIAMIENTO CCON AIRE
(BQDY) (910-940) °C, NORMALIZE ( ANNEAL ) 650 °C
AIR COOL
DISCO 1 FHBE (910-940) °C, NORMALIZADO ( RECOCIDO ) 46,1100 74.5300 37 60 154 0 0 0 0 0
650 °C ENFRIAMIENTO CON AIRE
(DISC 1) (910-940) °C, NORMALIZE ( ANNEAL ) 650 °C
AIR COOL
TAPA 1 K4H78 (910-940) °C, NORMALIZADO ( RECOCIDO } 46.2550 92.3650 28 58 156 0 0 0 0 0
650 °C ENFRIAMIENTO CCN AIRE
(CAP 1) (910-940) °C, NORMALIZE ( ANNEAL ) 650 °C
AIR COOL
PRUEBAS DE PRESION DE ACUERDO CON API 6D (PRESSURE TEST IN ACCORDANCE WITH API 6D)
TIPO DE PRUEBA PRESION TIEMPO RESULTADO TIPO DE PRUEBA RESULTADO
(Type of test) (Pressure) (Duration) (Result) (Type of test) (Result)
(Psi) (min)
HIDROSTATICA DE CASCO 450 2 min ACEPTADO
(HYDROSTATIC SHELL ) (ACCEPTED)
PRUEBA HIDROSTATICA SELLO 1 315 2 min ACEPTADO
(HIGH PRESSURE CLOSURE SIDE 1) (ACCEPTED)

establecidos en una o mds de Jos siguientes normas en su Ultima edicion. (We hereby certify this product has been designed, manufactured and tested
according to our quality management system and requirements stated in one or more of the following standards on their latestedition PR

DESING iN ACCORDANGE WITH ASME 818,34 ( CAST STEEL SWANG CHECK )
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APIB24 TYPE TESTING OF AK IPPEQ WITH GRAPHITE PACKING FOR FUGITIVE EMISSION:

T heares T o Quality Asstirance Department
AMSIBI8-11 FORGED FITTINGS, SOCKET - WELDING AND THREADED
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