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MlLL TEST' REPORT 
1" C80 ASTM A-53-A 1 NMX 8-177 

, 

TUBO BARNIZADO EXTREMO LISO 

Í 1 

SHlPPlNG DATE: 91103113 

SPORT PuTAFoRM:/ i S.N. 

' 1  1 
INVOICE: 5374T 

ORDER: NIA 

I HEWBY CERTIFY T ~ A ~ T H E  PRODUCT ACCO~PIUHED WITH THE SPECIFICATION TO THE INVOICE ANDI OR REMISSION 
( DATABASE OF S Y S T ~ ~  ) . I 

PROCESS: HFW I 

NOTE: W E  SUM OF THE ~ ~ k ~ ~ ,  VANADI, CONCBNTRATIONS SULL BE ( 0.15% 

NOTA: LA Sisa DE bA CpN~ENTRACION Y TITAN10 NO DEBE Sia 5 0.15% 

1 I I HAVE PERSONAL KNO~V~EDGE AS TO OF THE ABOVE INFORMATION, AND HAVE AUTHORIV TO SIGN ON BEHALF 01 
THE COMPANY. I 

P TENGO ELCONOCIMIEb 1 Y DE LA COMPAPIA PARA AVALAR ESTA INFORMACI~N. 
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