Industrial de Valvulas, S.A. de C.V.

% & Av. de La Industria Lote 16 Frace. Industrial E1 Trebol
Tepotzotlan, Estado de Mexico C.P. 54600

&gnce 1342 Teléfona: (52 55} 3899 1700 Fax:.(32 35) 5876 0156

E-Mail: Infol@wabrorth.commx  Web: www.wahrorthvalves.com

{Numero) Number
(Fecha) Date

25/02/2014

04242014 J

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

{ACCORDING TO ENI0264 TYPE 3.1)

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TC OUR QUALITY SYSTEM AND REGUIREMENTS GIVEN IN ONE OR MGRE OF THE

FOLLOWING STANDARDS LAST EDITION:
{CERTIFICAMOS QUE EL PRODUCTO LISTADD ABAJQ FUE DISENADQ, FABRICADO Y PRGBADO DE ACUERDQ CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNQ O MAS DE LOS SIGUIENTES

ESTANDARES ULTIMA EDICION.)

Yolanda Ponciano

API 508 - VALVE INSPECTION AND TESTING APL6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK.
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING APL 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIBI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBI16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSIB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
API 594 - CHECK VLAVES FLANGED, LUG, WAFER AND BUTT WELDING .
PRESSURE TEST SHELL BACK SIDE (LADQ)
Part No. BCSBZ06E0SAABS300G [ (PRUEBAS DH FRESION) (CASCO; (SEAT) 1 2
{Cédigo)
Descriotion 2" Fig. 950 S UT A105N, AP1 TRIM Neo.§ 830000 HYDROSTATIC (PSI) 2975 2175 NA NA
Descripcion  FORGED STEEL GATE VALYE CLASS 800 (HIDROSTATICR)
(YALVULA COMPUERTA DE ACERO FORJADO CLASE 800) PNEUMATIC (PSI) 20 80
VALYE WITH LOW EMISSION CONTROL {50 PPM'S MAX.) (VALVULA SUMINISTRADA CON (NEUMATICA)}
CONTROL DE BAJAS EMISIONES FUGITIVAS (50 PPM'S MAX.) ) A
Invoice(Factura) A40386 ltem(Partida) 3 _
Oty(Cantidsd) S0 ( MECHANICAL TEST  P0rbcmicas, ]
CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BHN J
ITEM  HEAT No.  MATERIAL C Mn P s si Ni Cr Mo Cu V  Cb | owmg st aw R AVG
BQUQR\;G D35 ASTM A-105N 0.180 0750  0.022 0.020 0260 (.083 0.082 0.053 0068 0.001 7627 41.33 34 40 158
Bé)ugég D37 ASTM A-105N 0.190 0760 0.019 0.017 0250 ©.082 0.077 0.063 0.074 0.001 75.84 4075 32 39 156
nggngo D36 ASTM A-105N 0.191 0.792 0.020 0019 0220 0063 0.083 0.059 0.082 0.001 77.14  40.60 39 44 158
ngg}}’m D33 ASTM A-105N 0.210 0,710 0.022 0,019 0310 0.057 0061 0.056 0.073 0.001 74.82 3973 28 37 155
ngspo Daz ASTM A-105N 0.220 0.830 0.022 0.021 0216 0.054  0.073 0.092 0.083 0.001 75.55 4046 25 37 163
quulég n3s ASTM A-105N 0.210 0710 0.022 0019 0316 0057 0.061 0.056 0.073 0.001 7482 3973 28 37 155
N
i
— FAC10-2] REV "3:
CERTIFICADO POR: CERTIFIED BY :
ASEGURAMIENTO DE QUALITY ASSURANCE



T E-Mail: Infol@wahvorth.com.nx

__ Industrial de Valvulas, S.4. de C'V.
@ Av. de La Industria Lote 16 Fracc. Industrial El Trebol
Tepotzotlan, Estado de Mexico C.P. 54600

::W? 3 ‘3’ : 2 Teléfono: (32 33) 5899 1700 Fax: (52 55) 5876 0156
' Web: www.vabsorthvalves.com

(Numerc) Number
(Fecha) Date

0424/2014
25/02/2014

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

(ACCORDING TO EN10204 TYPE 3.1)
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE
FOLLOWING STANDARDS LAST EDITION:
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADQ, FABRICADC Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES
ESTANDARES ULTIMA EDICION )

APL 598 . VALVE INSPECTION AND TESTING API6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIBI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBI6-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSIBI6-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
API 594 - CHECK VLAVES FLANGED, LUG, WAFER AND BUTT WELDING —
PRESSURE TEST SHELL BACK 1D LAD0)
Part No. BCSBZ06E08AABS830000G [ (PRUEBAS DE PRESION) (CASCO} (SEAT) 1 2
(Cadige)
Descriotion 2" Fig. 950 S UT A105N, API TRIM Neo.3 830000 HYDR%?(’};‘?};II(E {PSI) 2975 2175 NA NA
Descripeion  FORGED STEEL GATE VALVE CLASS 800 @ :
ALYULA COMP ACERO FORJADO C
(Y. UERTA DE AC J. LASE 800) PNEUMATIC (PSI) 80 80
YALVE WITH LOW EMISSION CONTROL {50 PPM'S MAX.) (VALVULA SUMINISTRADA CON (MEUMATICA)
CONTROL DE BAJAS EMISIONES FUGITIVAS (50 PPM'S MAX.} ) v
Invoice(Factura) A40386 Item(Partida) 3
o(C aiﬁd 2d) ;0 ( ) ( MECHANICAL TEST ~ ®RO"bcanicas; |
CHEMICAL COMPOSITION (%) ) COMPOSICION QUIMICA (%} TENS YIELD ELG RED BHNJ
X KPSL KPSl % % )
ITEM  IEATNo.  MATERIAL C Mn P s Si Ni C Mo Cu V  Cb | e ot ap mb avo
Yy?}ég D37 ASTM A-105N 0.190 0760 0.019 0017 0250 0082 0.077 0.063 0.074 0.001 75.84 40.75 32 39 156
FACL0-21 REV "3:
CERTIFICADO POR: CERTIFIED BY :
ASEGURAMIENTO DE QUALITY ASSURANCE

Yolanda Ponciane



