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UALITY ASSURANCE CERTIFICATE OF COMPLIANCE
0 {ACCORDING TO EN10204 TYPE 3.1}
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TQ OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF TEE
FOLLOWING STANDARDS LAST EDITION:
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDGS EN UNO G MAS DE LOS SIGUIENTES
ESTANDARES ULTIMA EDICION.)

API 598 - YALVE INSPECTION AND TESTING APL 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 599 - METAL PLUG YALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIB16-10 - FACE TQ FACE AND END TO END DIMENSIONS OF VALVES ANSIBI6-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSIB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SPl - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
API 594 - CHECK VLAVES FLANGED, LUG, WAFER AND BUTT WELDING \
PRESSURE TEST SHELL BACK SIDE__  (LADO)
Part No. BRSBZ!]GFOSAABS30000C r (PRUEBAS DE PRESION) (CASCO) _(SEaT) 1 2
(Codiga) .
Descrintion 2" Fig. 5540 SW UT A105N, API TRIM No.§ 830000 HYDR(]]?SOTS%;TTIICE (PSL 2075 NA 2175 . NA
Descriprion ~ FORGED STEEL PISTON CHECK VALVE CLASS 300 ks ’
00
(VALVULA RETENCION TIPO PISTON DE ACERC FORJADO CLASE 800) PNEUMATIC (PST) NA NA
VALVE WITH LOW EMISSION CONTROL (50 PPM'S MAX.} (VALVULA SUMINISTRADA CON (NEUMATICA)
vy

CONTROL DE BAJAS EMISIONES FUGITIVAS {50 PPM'S MAX.) )

Invoice(Factura) A41021 Item(Partida) 2
Qty(Cantidad} 20

—

MECHANICAL TEST (RO MECANICAS)

)

[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BHN ]
T HEGRNe- MATERIAL C Mn P s si Ni € Me Cu V Cb | omg T  ap W ave
nglggm FAB ASTM A-105N 0180 0790 0022 0014 0230 0022 0044 0003 0043  0.002 3410 6235 30 75 147
Ygulggl AR ASTM A-10SN 0.180 0790 0.022 0014 0230 0.022. 0.044  0.003 0.043  0.002 84.10 6235 30 75 147
YOKE cex ASTM A-105N 0200 0710 0.010 0008 0260 0.045 0099 0.055 0047 0.022 79.46 4988 31 59 162
FACIIZLREY
CERTIFICADG POR: CERTIFIED BY :
ASEGURAMIENTO DE QUALITY ASSURANCE

Yolanda Ponciano




