
Industrial de Valvulus, S.A. de C. V. ( N u m e r o )  N u m b e r  
(Fecha)  D a t e  

OUALITY ASSUMNCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10204 TYPE 3.1) 

ASEGURAMIENTO D E  CALIDAD CERTIFICADO DE CUMPLIMIENTO 
W E  CERTiFY M A T T T E  PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYS TEM AND REQIIIREMENTS GlVEN IN ONE OR MORE O F  THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTAW ABAJO FUE DISENADO. FABRICAW Y PROBADO DE ACUERW C:ON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIWS EN UNO O MAS DE LOS SIGUIENES 

ESTANDAKES ULTIMA EDICION.) 
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ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDiNG ENDS 
MSS-SP61 - PRESSüRE TESTING O F  STEEL VALVES 

Part No. 
(Código) 

D e s c r i ~ t i o n  
Descripción 

BCSB076F08AAB830000G 
314" Fig. 950 SW UT A105, API TRiM No.8 830000 
F O R G E D  S l 'EEL G A T t  \'AL\ E CI.ASS800 
( \ 'AI .VI . 'LI  CO3IPL1ER'1A DE: A C E R O  F O R J \ D O  CI.ASE. 800) 

- COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

P R E S S U R E  T E S T  ?,AS:& SIDE (iAW 
(PRUEBAS DE PRESION) 1 2 

VALVE UTiH LOW EMISSION CONTROL (S0 PPM'S MAY.) (VALVULA SUMMISlR4OA CONCONTROL DE BAJAS 
EMISIONES FUGITNAS (M PPM'S M.) I P N E U M A T I C  (PSII 80 80 I INEUMATICA) 

Invo ice (Fac tu ra )  A248 I t e m ( P a r t i d a )  9 MECHANICAL TESTS (PROP. hQ'24NICAS) 
Q t y ( C a n t i d a d )  200 

I CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) 1 T E N S  YIELD E L G  R E D  BHN 
1 . . 

ITEM HEAT No. MATERIAL C S v KPSl KPSl % Yo 
(PARTE) (COLADA) IASTMI Mn P si N i  Cr M0 CU Cb 1 CVN@ IST 2ND 3RD AVG 

BODY ~ 3 3  ASTM A-IOIN 10.195 0.764 0.019 0.022 0.285 0.080 0.060 0.050 0.040 0.001 0.000 1 73.51 39.29 28 34 165 
CUERPO 

BODY D32 ASTMA-IOSN I 0.196 0.768 0.016 0.015 0.285 0.070 0.052 0.020 0.030 0.001 0.000 72.93 39.87 29 I 36 164 

CERTIFICADO POR: C E R T I F I E D  BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

YOKE D33 ASTM A-IOSN 

WGO 
0.195 0.764 0.019 0.022 0.285 0.080 0.060 0.050 0.040 0.001 0.000 73.51 39.29 28 34 165 


