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QUALITY ASSURANCE (ASEGURAMIENTO DE CALIDAD)
CERTIFICATE OF COMPLIANCE (CERTIFICADO DE CUMPLIMIENTO)

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED

ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADOC, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES

ANS!I B16.11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED

AP1 602 . COMPACT STEEL GATE VALVES - FLANGED, THREADED, WELDING AND EXTENDED - BODY ENDS
AP| 598 - VALVE INSPECTION AND TESTING

ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES

ANSI B16.34 - VALVES - FLANGED, THREADED, AND WELDING ENDS

MSS-SP61 . PRESSURE TESTING OF STEEL VALVES

PART. No.: D139

(CODIGO)

pescription: 1* FI6. 950 SV UT A0S, P B b8
(DESGRIPCION; FORGED STEEL GATE VALVE (VALVULA OONPUERTA DE ACERD FORJADO)

VALVE ¥ITH LOV EXTSSTON CORTROL (VALVULA SOXTRISTRADA OON CONTROL DE EXISIONES)

PRESSURE TESTS | SHELL | BACK | SIDE__(LADO)
(PRUEBAS DE PRESION] | cAsco) | seat | 1 | 2 ()

(FOGITIVAS A 50 PN'S MAX)

HyorosTATIC (Psh | 90 B EA KA

{HIDROSTATICA)
meum% (P81 8 %
; - INROICE 72157 I™®M g N & i
(FACTIRA) (PARTIDA) {CANTIDAD) [ MECHANICAL TESTS (RO MECANICAS)
| ITEM |HEAT| MATERIAL CHEMICAL COMPOSITION (%) : (COMPOSICION QUIMICA) TENS | YIELD | ELG | RED|BHN
No. e Twmm ]| P s S T M| ©C | Mo | cu | V |Cb | NJKPSI|KPSI| % | %
eanTe) fcouon|  asm | cvN@| 18T |2ND | 3RD|AVG
o low D oo o0 0018 0007 0240 0050 0.05 0100 0220 0.010 %.0 .75 315 WO 1N
()
% CAV A 10K 0.0 0810 0.018 0.007 0.260 0.05 0.05 000 0.220 0.010 .02 5.5 3.5 %O 1M
(Y060)




