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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

(ACCORDING TO EN10204 TYPE 3.1)
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN {N ONE OR MORE OF THE
FOLLOWING STANDARDS LAST EDITION:
{CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADC Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO () MAS DE LOS SIGUIENTES

R R s 3N NI Nt SRS 50 T30 ™ A

ESTANDARES ULTIMA EDICION.)
AP[ 598 - VALVE INSPECTION AND TESTING AP1 6D - PIPELINE VALVES - GATE, PLUG, BALL ANF CHECK
AP1 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSIBi6-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
Part o
(Caon oy SDIOGKIZAAR [ emessuRemes | e | mx [ SE o)
Description 1" Fig: 950 S 3HF A105, API TRIM No.12 790000C RIS DY PRESION = ol I 2
Descripcion  FORGED STEEL GATE VALVE HYDROSTATIC {PSD 2970 2970 NA NA
{YALVULA COMPUERTA DE ACERO FORJADO) (HIDROSTATICA)
MANUFACTURED TO MEET NACE. MR-51-75-2003 REQUIREMEN *TS AND LOW FUGITIVE EMISSIONS CONTROL
(VALVULA SERYICIO NACE MR-01.75 *Y CONTROL DE RMISIONES FUGITIVAS $0 PPM'S) PNEUMATIC (PSD 80 R0
(NEUMATICA) j
Invoice(Factura) 88457 ltem(Partida) 3 N (PROP MECANICAS)
Qty(Cantidad) 43 [ MECHANICAL TESTS ]
[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS  YIELD ELG RED BHN ]
AT KPS1 KPSt e %

(ﬂfé‘, (}(gol“&"p:;’ i “‘}I;%%A L C Mn 4 S St Ni Cr Mo Cu \4 Cb VNG IST IND WD AVG
BODY CAv ASTM A-10SN 0.230 0.810 0.018 0.007 0.240 0.050 0.050 0.100 0.220 0.010 0.000 76.12 50.75 32 54 170
CURRPO
BODY CCL ASTM A-10SN 0.210 0.780 0.019 0.008 0.270 0.040 0.020 0.030 0.070 0.000 0.000 79.02 55.10 37 54 170
CUERPM}

BODY cax ASTM A-10SN 0.220 0.720 0.022 0.008 0.270 0.050 0.030 0.020 0.050 0.000 0.000 79.31 52.92 35 54 170
CUERPO
YOKE CAV ASTM A-10SN 0.230 0.810 0.018 0.007 0.240 0.050 0.050 0.100 0.220 0.010 0.000 76.12 50.75 32 54 170
YUGO
YOKE oK ASTM A-105N 0.230 0.750 0.018 0.009 0.220 0.050 0.080 0.200 0.080 0.000 0.000 78.30 55.82 35 55 170
YUGo
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CERTIFICADO POR: CERTIFIED BY :

ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE SANDRA RUIZ



