
Industrial de Valvulas, S.A. de C. l! 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING 10 EN10204 TYPE 3 1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED MANUFACTURED AND TESTED ACCORDING TO OUR OUALll Y SYSTEM AND REOUIREMENTS ClVEN IN ONE OR MORE OF THE ~ ~ 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERW CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTMG AP16D - PlPELlNE VALVES -CATE, PLUG. BALL AND CHECK 
AP1599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEELGATE VALVES. FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DLMENSIONS OF VALVES ANSl B16-II - FORGED FITTMGS. SOCKET - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTE% OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Psrt No. BRSB076E08AAB830000C 
(Código) 

Descriotinn 314" Fig. 5540 S UT A105, API TiUM No.8 830000C -... 
Dncnpcion FORCED STEEL PIS'lOX Cl lECK V,\L\'F CLASS 800 

(\'AI.VCI.A RBIBNCIÓS ' I IPO PISI'ON DE ACERO FORJADO CI.AS+. 800) 
V*LVE wm< W W  EMISSION CONTROL (M PPM'S M.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (M PPM'S MAX.) 1 

PRESSLJRF. TEST 
(PRUEBAS DE PRESION) 

I HYDROSTATIC (PSD 
(HIDROSTATICA) 

SIDE (LADO) 

1 2 

1 PNEUMATIC (PSI) I N A  NAI 
<NFIMATICA> 

Invoice(Factura) 131117 Item(Partida) 1 
Qty(Csntidad) 20 MECHANICAL TESTS (PROP~MECmw) 

1 CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 1 TENS YIELD ELG RED BHN 

1 YOKE CCM ASTMA-IOSN 1 0.210 0.900 0.019 0.009 0.200 0.020 0.000 0.040 0.000 0.025 0.000 1 95.70 74.67 23 69 165 1 

J 
WSI KPSl % % 

is-r 2ND 3RD AVG 

78.30 52.20 36 55 170 

1 . , 
ITEM HEAT No. MATERIAL C P S v (PARTE) (COLADAI (ASTM) MU Si Ni Cr M0 CU Cb 

BODY CCN ASTMA-IOSN 

CUERPO 
0.230 0.800 0.020 0.007 0.200 0.050 0.030 0.020 0.050 0.000 


