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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

CCORDING TO EN10204 TYPE 3.1)

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO QUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE
FOLLOWING STANDARDS LAST EDITION:
{CERTIFICAMOS QUE EL PRODUCTO LISTADG ABATO FUE DISENADO, FABRICADO Y PROBADC DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES
ESTANDARES ULTIMA EDICION.}

Yolanda Ponciano

API 598 - VALVE INSPECTION AND TESTING APLED - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIBI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBI6-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSIB16-34 - VALVES - FLANGED, THREADED AND WELDING END3 APL602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
PartNo. BGSBI06E0SAABS30000G PRESSURE TEST SHELL | BACK | _SDE im0
(Codigo) (PRUEBAS DE PRESION) (CASCO) (SEAT) 1 2
Descrintion 1™ Fig, 5526 S UT A105N, API TRIM No.8 830000
Descripeié:  FORGED STEEL GLOBE VALVE CLASS 800 HYPROSTATICPSD 2975 2175 2175 NA
(VALVULA GLOBG DE ACERO FORJADO CLASE 500)
VALYE WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (VALYULA SUMINISTRADA CON PNEUMATIC (PSI) 80 N A
CONTROL DE BAJAS EMISIONES FUGITIVAS (5¢ PEM'S MAX.) ) (NEUMATICA)
>
Invoice(Factura) A34580 ltem(Partida) 3 y
Oty(Contidad) 20 ( MECHANICAL TEST  Groevecacss |
CHEMICAL COMPOSITION {%) COMPCSICION QUIMICA (%) TENS YIELD ELG RED BHN ]
ITEM  HEATNo. MATERIAL C Mon P S Si Ni C Mo Ci V Cb | og it 20w ave
BODY D33 ASTM A-105N 0.195 0764 0019 0.022 0285 0080 0060 0.050 0.040 0.001 7351  39.29 28 34 165
'CUERFO ) . _
Bé)ugg’m n3e ASTM A-105N 0.191 0.792  0.020 0.619 0.220 0.068 0.083 0.059 0.082 0.001 77.14  40.60 39 44 158
B(?Ulﬁjgpo b3z ASTM A-105N 0.196 0.768 0.016 G.015 0285 0070 0052 0020 0.030 (.001 7293 3987 29 36 164
YO]{%: D35 ASTMA-105N 180 0.750 - 0622 0020 0260 0.083 0.082 0.053 (.068 0.001 7627 41.33 34 40 158
Y1X R
YOI;;E L3 ASTM A-105 0220  0.840 0025 0.022 0310 0068 ©0.063 0.058 0066 0.001 76.13  40.60 32 43 156
w . .
YY%I(%"- cz3 ASTM A-105N 0.188 0.68 0.024 0.018 ©.201 0.037 0068 0013 0043 0.001 7333 4626 43 41 163
L J
FAC10-2] REV "3"
CERTIFICADO POR: CERTIFIED BY :
ASEGURAMIENTO DE QUALITY ASSURANCE



