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WE CERTIFY THAT THE LISTED PRODUCT AND MATERIAL WAS MANUFACTURED, INSPECTED AND TESTED
ACCORDING TO OUR QUALITY ASSURANCE SYSTEM AND THE REQUIREMENTS OF THE APPLICABLE SPECIFICACTION

CERTIFICAMOS QUE LOS PRODUCTOS Y MATERIALES LISTADOS FUERON MANUFACTURADOS, INSPECCIONADOS

MSS SP 70

MSS SP 71

MSS SP 85

QUALITY ASSURANCE
CERTIFICATE OF COMPLIANCE

PROBADOS DE ACUERDO CON NUESTRO SISTEMA DE ASEGURAMIENTO DE CALIDAD Y A LOS
REQUERIMIENTOS DE LAS ESPECIFICACIONES APLICABLES

CAST IRON GATE VALVES, FLANGED AND THREADED ENDS
VALVULA COMPUERTA DE HIERRO EXTREMOS BRIDADOS Y ROSCADOS

CAST IRON SWING CHECK VALVIES, FLANGED AND THREADED ENDS
VALVULA RETENCION DE HIERRO EXTREMOS BRIDADOS Y ROSCADOS

CAST IRON GLOBE AND ANGLE VALVES, FLANGED AND THREADED ENDS
VALVULA DE GLOBO Y ANGULO DE HIERRO, EXTREMOS BRIDADOS Y ROSCADOS

PART NBR/CODIGO: ERO40DO 1 MRBOOOOOON
DESCRIPTION/DESCRIPCION: VHR 4 125 BR A126 W928F

No. DE SERIE

SERIAL No.

12R 615 621 627 640 637 641 624 618 642 638

12R 635 634 639 636 632 631 633 630 629 628

12R 1669 1664 1659 1654 1670 1671 1672 1673 1668

T2R 1667 1666 1665 1663 1662 1661 1660 1658 1657 1656

12R 1655 610 612 620 617 619 616 626 623 625 622

FACTURA/INVOICE A17880
ESPECIFICACION P S RESISTENCIA A TENSION P.SI
SPECIFICATION TENSIL STRENGHT P.S.I
ASTM A 126 B 0.052 0.108 -~ 33400
PRUEBA CASCO PSI PRUEBA SELLO PSI
HYDROSTATIC SHELL TEST PSI HYDROSTATIC SEAT TEST IN PS!I
350 200

CERTIFIED BY:

ASEGURQ@IENTO D# CALIDAD

FAC 10-24 REV "0"



