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TOKYO STEEL MFG.CO.,LTD.
AHT100-0013 HEBTFRBRE,MITE7 15 BABMRALNL (158)

2 15%,

3 3, %
e

=X E el AN M-y
Shipper Head Office : Kasumigaseki Tokyu Bldg. (15F), 3-7-1 Kasumigaseki, Chiyoda—ku Tokyo 100-0013 Japan
4 m = 57E# 5 Contract No. %) IRES Invoice NoE—C}OOﬁOS ______
Customer % 1T Bopaeof lssue oCPTEMBEN.Z6.207 i AIAIE#S Cerificate No. 368961
&% - ~ g )
CommodltyHUTRQLLtDSTEELSHEE! _____ IN COIL Customer POSCO DAEWOO MEXICO S.A. DE C.vV.
P IE%
Specificaton  ASTM A36-14 Project Name
v = . 5|3RER Tensile Test % 1 AR %3 AR
# £ Quantity BEHKN ﬁl Impact Test Through-thickness |4 th
‘ __DEHKN i oh i :
o * QM LES @ & |95amme mae]wo e w =
Bf B E Vot 0| Semeam | Bavg | Somean >2< J Reduction of Area % Ll
Size Pieces|  Weight Coil No. Charge No. | N/mm*(MPa) | % | % T [ 2 [ 3 [ae| 1] 23 |awelf Remark
(MMD (kg) .
12.70X1,524XC0OIL 1 21;510 A7T913094N AB2690 314| 431 571G G
S-TOTAL 1] 21510
TOTAL UNDER THE
CERTIFICATE NO.
: PIECES: 1
G-TOTAL 83740 WEIGHT: 21510 K&

%1 5RAR
Tensile Test

#B4& Standard AJIS Z 2241 B:ASTM E8/E8M C:EN10002-1 D:

#8 Direction of Sampling EERE7 Longitudinal A7 Transverse W:
fiif Location of Sampling H:1/4 I1/6 J:

5K Specimen K- ERHRH Rectanqular LATEERR Round

3 EHERR
Impact Test

#81% Standard AJIS Z 2242 B:ASTM A370 C:EN10045-1 D:

%18 Direction of Sampling EEEZ Longitudinal FERAZIE Transverse W:
12 Location of Sampling H:1/4 1:1/6 J: /2 Test Temperature K:0C L-
<& Dimension M:10mm N:

B F%E Radius at tip of strker 0:2mm P:8mm
FA& A4 Nominal energy Q:150J R300J i /v F Notch TV UU

HETH : T441-3436FMEARTAR-ZS1%3
TAHARA PLANT : 2-1-3, Shirahama, Tahara-city,
Aichi pref.441-3436, Japan

Chief Inspector

B Rsmans Y Mirakoni

%2 ffEER Bend Test 218 G:Good %4 448 - Ik - T Visual and Dimensions &1 GiGood
1t % B % Chemical Composition (%) PRI AR E DR E A IS o TR S, ZOBEREEEBEL TSI EEMFALET,
Mmoo &E C \ Si | Mn P ‘ S I \ | \ [ | We hereby certify that above steels have been satisfactorily tested in accordance with the specification.
X100 X1000 |
Charge No.
ABZ2690 71 2| 65|17| 5

MURAKAMI MAKOTO

Quality Control Sec.

Tahara Plant




