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TOKYO STEEL MFG.CO.,LTD.
FHT100-0013 REHBFRERG-E3TE7E 12 ErEESL L (158)
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/Shipper% Head Office : Kasumigaseki Tokyu Bldg. (15F), 3-7-1 Kasumigaseki, Chiyodaku Tokyo 100-0013 Japan
wwos T SEES contact No. 081 -71-140 EIRES Invoice No. E-900601
o BT Hoaeofissue SEPTENMBER.26.2017 SIHEES erificate No. R-001999
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Commodty HOT ROLLED STEEL SHEET IN COIL Customer DAEWOD MEXICO S.A. DE C.V,
R I EH
Specification SAE1008 2009 Project Name
® £ Quantit mﬁﬁ%TmMekaX1m ELEHR %3 B & Hm s a
= y AEHKN i Impact Test Trgiugh't‘h'f”:,”ess 2l
5 3 . aracteristics .
+ & IT1ILES MOF DA s mek] o E & Y % i i &
BH = o Sien| e | S | Borgaion >2< J Reduction of Area % il X
Size Pieces|  Weight Coil No. Charge No. | N/mm‘(MPa) | % | % L] 203 Jae|[ 1] 23 [ave|ff Remark
( M M ) (kg) T ;<
1.89X915XC0IL 1/ i 16930 AH9240012 AB2684 350 440 37IG G
1.89X915XC0OIL 1| | 17640 AH9240021 AB2684 350 440 3G G
S-TOTAL 2l 34570
TOTAL UNDER THE
CERTIFICATE NO.
g PIECES: 2
G-TOTAL 34570 WEIGHT: 34570 K6
¥1 BIRHEER 1% Standard AJIS Z 2241 B:ASTM E8/ESM C:EN10002-1 D: %3 EHERER J81% Standard AJIS Z 2242 BAASTM A370 C:EN10045-1 D:
- 7718 Direction of Sampling EXEZEAF Longitudinal FE& % Transverse W: 7718 Direction of Sampling EEIE7M Longitudinal FE A% Transverse W:
Tensile Test 5 Location of Sampling H:1/4 11/6 J: Impact Test _{ﬁj_% chanon of N?_?[r)nphngN H1/4 11/6 J: B Test Temperature K0C L:
HBK Specimen K-FH/HEH Rectangular LAHEER Round i‘iiéﬂ;:‘-nén%ggiusv atmt$ of striker O:2mm P:8mm
] 1ZIEEE Gauge Length M:200mm N:50mm P:8do Q:5.65/So R: ERRER Nominal energy Q:150J R:300J S/ F Notch T:v UU
%2 EFEER Bend Test &1 G:Good %4 58 - A - T Visual and Dimensions &% GiGood
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1t % B % Chemical Composition (%)
EL CISi| Mn P]S Cu NI|CR|MD[B N IV [?'B[TE TAI
X100 %1000 X100 BEX [ X1000
Charge No.
ABZ2684 6 2| 39|19 3|31]10[16] 3| O[6 0] 1 1135
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HETE  T441-3436BFMEHETAE -2 1% 3
TAHARA PLANT : 2-1-3, Shirahama, Tahara-city,

Aichi pref. 441-3436, Japan
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| We hereby certify that above steels have been satisfactorily tested in accordance with the specification.
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Quality Control Sec.

Tahara Plant




