Aceria Ramos Arizpe 115428 - 21480751
$§§5§T§m&%§%§°&%@¢.’é‘g¥§m 2125 CERTIFICADO DE iﬁ%%& 1. $§:§T'F'CATE OF TEST —
C.P/ZIP RAMOS ARIZPE, COAHUILA
Tel/Phone (+52) 01818 368 1111 A
EXCELENCIA EN CALIDAD MXO01800021 3322 USA 1800 332 2376 Hecho en México / Made in Mexico
Cliente / Customer: PLESA ANAHUAC Y CIAS SA DE CV Cliente / Customer: MATRIZ TULTITLAN Num. Viaje / Travel No: 115428 |
Direccién / Address: AV VALLE DE LAS ALAMEDAS 66 0 SAN FRANCISCO CHILPAN Direccién / Address: AV VALLE DE LAS ALAMEDAS 66 0 66 SAN Num. Factura / Invoice No: FQ64538 ‘
FRANCISCO CHILPAN
Ciudad / City: TULTITLAN Estado / State: EDO. DE MEXICO Ciudad / City: TULTITLAN Estado / State: EDO. DE MEXICO  |Pedido / Customer Order No: 21480751
Teléfono / Phone: 10838570 Pais / Country: MEXICO C.P /ZIP 54940 Nam. Plan / Shipping Plan: 123742
Correo Electronico / eMail: Fecha Embarque / Date: 02/04/2018
Orden de Compra / Purchase Order: 26714

Secuencia / ucto / Description of

Colada

Heat Sequence Nb N

AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG

27876 35306 60233 |SOLERA3"x 3/8" A-36 P6.10m 2.0T 0.20 | 0.90 | 0.21 | 0.006 | 0.004 | 0.18 | 0.05 | 0.08 | 0.020 | 0.009 | 0.012 | 0.014 | 106 88 | 037

27591 35125 60293 [ANGULOLI21/2"x 2 1/2" x 1/4" A-36 P 0.21 | 0.70 | 0.18 | 0.016 | 0.009 | 0.28 | 0.10 | 0.12 } 0.026 | 0.014 | 0.001 | 0.004 { 22 84 | 035
6.10m 2.0T 4

28494 35779 60291 {ANGULO LI 2" x 2" x 1/4" A-36 P 6.10m 021 | 0.77 | 0.18 | 0.006 | 0.005] 0.25 | 0.08 | 0.11 | 0.022{0.013 [ 0.001 | 0.005| 18 104 | 0.36
2.0T 0

28501 35765 60290 JANGULO LI 2" x 2" x 3/16" A-36 P 6.10m 0.20 | 0.73 | 0.20 | 0.004 | 0.012| 0.28 | 0.09 | 0.11 | 0.024 | 0.012 ] 0.001 | 0.004 | 30 98 | 0.34
20T 1

; i : s
Colada/ |Secuencia/| Clave/ | Producto/Description of Goods | Calibre/ |Cantidad/| RT TS % Elong / LF YS P. Doblez
Heat Sequence Code Diameter | Bundle | kg/mm? PSH Elong kg/mm? PSI Bend Test
AVG AVG AVG AVG AVG
27876 35306 60233 |SOLERA 3" x 3/8"A-36 P6.10m | 3" x 3/8" 2 426 60619.8 30.5 28.3 | 40299.3 Cumple /
2.0T Successfully
27591 35125 60293 |ANGULOLI21/2"x21/2"x 1/4" 121/2"x 2 5 44.0 62697.3 30.5 279 | 397443 Cumple /
A-36 P 6.10m 2.0T 112" x 1/4™ Successfully
28494 35779 60291 [ANGULOLI2"x 2" x 1/4" A-36 P | 2"x 2" x 10 52.6 748498 329 36.8 | 52480.2 Cumple /
6.10m 2.0T 1/4” Successfully
28501 35765 60290 [ANGULO LI 2"x 2" x 3/16" A-36 P| 2" x 2" x 5 48.0 68304.0 274 329 | 46845.1 Cumple /
6.10m 2.0T 316" Successfully
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Certificamos que este material ha sido producido, inspeccionado y probado de acuerdo a las normas de fabricacion del acero aplicables a la ASTM 5
A36-2008, A529-2005 (re aprobada el 2009), A572-2012 y A992-2011 y a las normas dimensionales NMX B252, ASTM A6/A6M-2012. / We certify i 3
that this material has been produced, inspected and tested according to standards applicable steelmaking to ASTM A36-2008, A529-2005 - 1 % e
(Reapproved 2009), A572-2012 y A992-2011, and the dimensional standards NMX B252, ASTM AS/A6M-2012. B e ’*\ e PN
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FRANCISCO JAVIER VARGAS SOTO
Gerente de Aseguramiento de Calidad / Quality
Assurance Manager




