Aceria Ramos Arizpe No. noa-uﬂn ! 125716 - 21608113
Cartificate No:
CARRETERA MONCLOVA KM 4 NUMEROD 2125
TRAMO SANTA CRUZ 0JO CALIENTE CERTIFICADO DE CALIDAD / e OTRI01E
C.PJ/ZIP RAMOS ARIZPE, COAHUILA
_ TeliPhone (+52) 01 818 368 1111
EICELENCIA EN CALIDAD MXD1800021 3322 USA 1800 332 2376 Hecho en México / Made in Mexict
=1 i DATOS DEL CLIENTE / SOLD TO CLIENTE CONSIGNADO / SHIP TO DATGS DEL EHBABALE J SHIPHING INFORMATION |
Cliente / Customer; ACERQS TEPOTZOTLAN SA DE CV Cliente / Customer: ACEROS TEPOSOTLAN SA DE CV Nim, Viaje / Travel No: 125716
Dirmcién / Address: CARR MEXICO QUERETARO KM 37.5 SN PARQUE INDUSTRIAL Direccion / Address: CGARRETERA MEXICO.QUERETARQ KM 375 - Ntim. Factura / Invoica No: FQ70007
CUMATLA
Ciutad / City: CUAUTITLAN IZCALLI Estado / State: EDO. DE MEXICO Ciudad / City: CUAUTITLAN IZCALLI  Estado / State: EDO. DE MEXICO Pedido / Customer Order No: 21608113
Teléono / Phone: 58727600 Pais / Country: MEXICO C.P./ZIP 54730 Ndm, Plar f Shipping Plan: 134282
Corea Elsctrénico / eMait: jgrivera@deacaro.com;manuel.ruiz@aceran.com.mx les Fecha Embarque / Date: 07/408/2018
Orden de Compra / Purchase Order; 959
] COMPOSICIGH QUIMICA | CHEMICAL COMPGSITION (% PESC | WEIGHT)
Cohda/ [Secuercia/ | Clave/ Producto / Description of Goods %C |%Mn| %S| %P | %8 {%Cu|%Cr|%Ni|[%Ma}%Sn| %Ti| %V [PPM | PPM | CE
ibat Sequence Code Nb N

AVG | AVG | AVG | AVG | AVG | AVG | AV | ave | ave | ave | ave | ave | ave | ave | ava
25168 36445 78750 |SOLERA 8" x 1/4" A36/529-50 6.10m 2.0T | 0.21 | 0.81 | 0.18 | 0.005 [0.605| 0.20 | 0.08 | 0.06 | 0.011 | C.007 0.008 | 0.015 | B4 86 | 0.38

3874 37894 78750 |SOLERAB"x 1/4" A36/529-506.10m2.0T | 0.21 | 0.93 | 0.1 [0.008 | 0.008 | 0.16 | 0.07 | 0.06 | 0.020 | G.010 | 0.008 | 0.011 123 0.37
IB75 37893 78750 |SOLERA 8" x 1/4" A36/529-50 6.10m 2,07 | 0.20 | 0.92 | 0.20 [ 0.008 [ 0.007 | 0.16 | 0.07 | 0.06 | 0.017 | 0.020 | 0.008 | 0.010 4 ] 84 | 037

8

] _ PROPIEDADES MECANICAB / MECHANICAL PROPERTIES
ecuencia/| Clave/ | Producte / Description of Goods RT TS % Elong / LF Ys P, Doblez /
Ssquence | Code kg/mm?* P8l Elong kg/mm? P8I Bend Test
AVG AVG AVG AVG AVG
79750 |SOLERA 6% x 1/4" A36/528-50 E'x 14" 52.8 75162.8 305 382 | 515268 Crimple /
6.10m 2,07 Sucsassfully
3IB74 37884 79750 [SOLERA B"x 1/4" A36/528-50 8" x 174" 3 52.1 741686.,7 328 38.0 | 54088.2 Cumple /
== £,10m 2.07 Successfully
3IB7S 37883 79750 |SOLERA 6" x 1/4" A36/528-50 6"x 1/4" 8 53.4 76016.6 252 39.6 | 56350.8 Cumple /
6.10m 2.0T . Successfully

Certificamos gue este material ha sido producide, inspecolonado y probado de acuerdo a las normas de fabricasian del acero aplicables a la ASTM
A36-2008, AB29-2005 (re aprobada el 2008), A572-2012 y A292-2011 y a las normas dimensionales NMX B252, ASTM ABIABM-201Z, / We cartify
that this material has been produced, inspected and tested according to standards applicable steelmaking to AGTM A36-2008, AS528-2005
(Reapproved 2008), A572-2012 y AB92-2011, and the dimensional standards NMX B252, ASTM AG/AEM-2012.

GUSTAVO GABRIEL MANCILLA GARZA
Gerente de Aseguramiento de Calidad / Quality
Assurance Manager




