Aceria Ramos Arizpe

CARRETERA MONCLOVA KM 4 NUMERO 2125
TRAMO SANTA CRUZ OJO CALIENTE

C.P./ZIP RAMOS ARIZPE, COAHUILA
Tel/Phone (+52) 01 818 368 1111
MX 01 800 021 3322, USA 1800 332 2376

EXCELENCIA EN CALIBAD

CCA - Z7Y4S

No. Certificado / -
Certificate No:

142155 - 21926804

CERTIFICADO DE CALIDAD DE PRODUCTO TERMINADO
| CERTIFICATE MATERIAL TEST REPORT

Fecha / Date:

18/04/2019

Hecho en México / Made in Mexico

. DATOS DEL CLIENTE/SOLDTO .- - -

CLIENTE CONSIGNADO / SHIP TO

DATOS DEL EMBARQUE / SHIPPING INFORMATION

Cliente / Customer: FERRE BARNIEDO SA DE CV 3

Cliente / Customer: ECATEPEC (MEXICQ)

Num. Viaje / Travel No: 142155

Direccion / Address: AVE. REVOLUCION 81 SAN CRISTOBAL

Direccién / Address: AV. REVOLUCION # 81 SAN CRISTOBAL

Nam. Factura / Invoice No: FQ81927

Ciudad / City: ECATEPEC Estado / State: Ebd DE MEXICO

Ciudad / City: ECATEPEC Estado / State: EDO. DE MEXICO

Pedido / Customer Order No: 21926804

Teléfono / Phone: 555-836-1028 y Pais /quntw: MEXICO C.P./1ZIP 55p24

Correo Electronico / eMail: compras@ferrebarniedo.com.mx : ’

Z £

Num. Plan / Shipping Plan: 151701

Fecha Embarque / Date: 18/04/2019

= S é £ Orden de Compra / Purchase Order: 1589
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Certificamos que este material ha sido producido, inspeccionado y probado de acuerdo a las normas de fabricacion del acero aplicables a la ASTM
A36-2008, A529-2005 (re aprobada el 2009), A572-2012 y A992-2011 y a las normas dimensionales NMX B252, ASTM A6/A6M-2012. / We certify
that this material has been produced, inspected and tested according to standards applicable steelmaking to ASTM A36-2008, A529-2005
(Reapproved 2009), A572-2012 y A992-2011, and the dimensional standards NMX B252, ASTM A6/A6M-2012.

ACERIA-LAMINACION
RAMOS

JUAN ALEJANDRO GALVAN GARCIA
Gerente de Aseguramiento de Calidad / Quality
Assurance Manager




