, Acerfa Ramos Arizpe No. Certificado/ 145901 - 22134795
Certificate No:
= CE — N CARRETERA MONCLOVA KM 4 NUMERG 2125
@ mﬁ A m m @ TRAMO SANTA CRUZ 0JO CALIENTE SRR S B e Focha / Date. 040612018

C.P/ZIP RAMOS ARIZPE, COAHUILA
: Tel/Phone (+52) 01 818 368 1111
EICELENCIA EN CALIDAD MXD18000213322 USA 1800 332 2376

Hecho en México / Made in Mexico

: DATOS DEL CLIENTE /SOLD TO CLIENTE CONSIGNADO / SHIP TO DATOS DEL EMBARQUE / SHIPFING INFORMATION |
Clievte / Customer: ACEROS TEPOTZOTLAN SA DE CV Cliente / Customer: ACEROS TEPOSOTLAN SA DE CV Nam., Viaje / Travel No: 145801
mﬁﬁ_\wn Q/»%Enm CARR MEXICO QUERETARO KM 37.5 SN PARQUE INDUSTRIAL Direceion / Address: CARRETERA MEXICO.QUERETARO KM 375 - Nam. Factura / Invoice No: FQB4509
Ciudad / City: CUAUTITLAN IZCALLI Estado / State: EDO, DE MEXICO Ciudad / City: CUAUTITLAN IZCALLl  Estado / State: EDO. DE MEXICO Pedido / Customer Order No: 22134795
Teléfono / Phone; 58727600 Pais / Country: MEXICO C.P./ZIP 54730 Num, Plan/ Shipping Plan: 155886
Coreo Electronice / eMail: jgrivera@deacero.com;manuel.rulz@aceran.com.mx;tes Fecha Embarque / Date: 04/06/2019
Orden de Compra / Purchase Order; 1835

I COMPOSICION QUIMICA | CHEMIGAL COMPOSITION (% PESO | WEIGHT)
Colda/ |Secusncia/ | Clave/ Producto / Description of Goods %YC | % M| %Si| P | %S |%Cu|%Cr|%Ni|%Mo|%Sn| %Ti [PPM |PPM | CE
Nb

Heat Seauence Code
AVG | AVG | AYG | AVG | AVE | AVG | AVS | AVG | AVG | Ave | ave | ave | 4 AVG

N

VG
31857 37879 62846 [SOLERA 6"x 1/2" A529-55 EG 12.20m 4.0T| 0.27 | 1.16 | 0.21 | 0.014 | 0.008 | 023 | 0.18 | 0,08 [0.018 | 0.011 | 0.008 | 82 84 | 048
3459 40525 62846 |SOLERA&"x 1/2" A528-55 EG 12.20m 4.0T| 0.27 | 1.17 | 0.22 | 0.009 | 0.006 | 0.17 | O.06 | 0.07 | 6.022 | 0.008 | D.008 | 150 BO | 0.47
3518 38638 20101 [ANGULO L1 21/2"x 21/2" x 156" A572-50 | ©.20 | 0.91 | 0.21 |0.012 | 0.005 | 0.24 | 011 | 0.07 |0.020 [ 0011|0011 ] 84 87 | 0.37

[, 12.20m 4,07 (NOM)
1 PROPIEDADES MECANICAS ; MECHANICAL PROPERTIES
Cohda/ |Secuencia/| Clave/ | Producto / Description of Goods | Calibre / [Cantidad / RT TS % Elong / LF Y8 P. Doblez /
Code kg/mim? P&l Elong kg/mme PsI Bend Test
AVG AVG AVG AVG AVG

SOLERA 6"x 1/2" AB29-55 EG | 6"x 1/2" 67.1 | 95568,6 30.8 433 | 81701.2 Cumple /
12.20m 4.0T Successfully

3458 40825 62846 |SOLERA 6"x 1/2° AB28-55EG | 8"x 1/2" ) 543 | 773258 32.8 40,1 | 57080.7 Cumple /
12.20m 4.07 Successiully

Ixis 38638 20101 |ANGULO LI 2 /2" % 2 /2" x 15672 1/2"x 2 1 51.8 73768.3 314 43.0 | 61280.1 Cumple /
AST250 12.20m 40T (NOM) 112" x Successfully

156"

Certificamos que este material ha sido producido, inspeccionado y probado de acuerdo a las normas de fabricacion del agero aplicables a la ASTM
AJG-2008, AS528-2005 (re aprobada el 2008), A572-2012 y A992-2011 y a las normas dimensionales NMX B252, ASTM AB/ABM-2012, | We certify
that this material has been produced, inspected and tested according fo standards applicable steelmaking to ASTM A36-2008, A529-2005
(Reapproved 2009), A572-2012 y A982-2011, and the dimensional standards NMX B252, ASTM AG/A6M.2012.

JUAN ALEJANDRO GALVAN GARCIA
Gerente de Aseguramiento de Calidad / Quality
Assurance Manager

+VERDE



