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Straight Bill Of Lading 

(770) 387-3300 

CARTERSVILLE STEEL MILL,384 OLD GRASSDALE RDNE , CARTERSVILLE GA 30121 USA (770) 387-3300 

RECEIVED. rulijcci lo !he claiiiliwlion snd latill$ in olloci on Ilic dale o1 (he irsuo o1 Iliir Eill o1 Lnding. 

Shippers No. 6-166661 

CONSIGNED TO 
SIDERTUL SA DE CV 
CIO TRAFFI-MEX INC 
402 GRAND CENTRAL BLVD 
LAREDO, TX 78045 

INVOICE TO SHlP DATE APPROVAL CODE MIR ORDER NO. 
SIDERTUL SA DE CV 03-JAN-11 JLlEVlNG 
RFC# SID930918KRO 
AVENIDA PRESIDENTE MASARYK CUST. ACCOUNT NO 'MTC REQUIRED' 
MEXICO CIN.  DF 11570 60638017 17 

-. 
RR CSX CAR I VEHICLE INITIALS: TCMX 44593 

DESTINATION: LAREDO, TX DELIVERY ADDRESS: SEE DESTINATION: 
ROUTE: CSXT-NEWOR-UP DELIVERY CARRIER: UP 

ISPECIAL INSTRUCTIONS: 
DESCRIPTION OF ARTICLES: 17 BUNDLES, IRON OR STEEL COMMODllY CODE NO. : STCC 33-125-34 FOB ORlGlN Freight Charges are to be PREPAID, unless 
RODS OR BARS, DESCRIBED BELOW marked Collect. Check Box if Collect. U 
SHAPE 8 SIZE GRADE LENGTH CUST PO # ALTPOil SALES ORDER # ITEM % PROCESS 
ART P DRAWlNGff BUNDLE ID MlLL HEAT NO MlLL WEIGHT PCS 

I l Shlppers Total 169,168 
/I"I - 

.. ...... 

Gerdau Ameristeel 

............. 
,SIC.NATUREOFCOIISIO~~R, 

Net Weight 
---:-~.-~ -p . . p.-.- ,---~ .--- I ~~~ I .. ................................................................... Gerdau AmeriSteel Corporation Shipper. per 

Perrnanent post office address o1 shipper 384 OLD GRASSDALE RD NE. CARTERSVILLE, GA 30121 Per .. 
l 

...................................... 
Load li 25520 Time of Day 14:20:58 EST G-166661 
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Straight Bill Of Lading Shippers No. G-166661 
GERDAU ANLERISTEEL (770) 387-3300 

CARTERSVILLE STEEL MILL,384 OLD GRASSDALE RD NE , CARTERSVILLE GA 30121 USA (770) 387-3300 

1 RECEIVED, rubjcct la (he rlorsiflwlion and latillr in slfcci on Ilie dale oltbo irsuo oliliir Blli of Lading. 1 

CONSIGNED TO 

LAREDO. TX 78045 

INVOICE TO SHlP DATE APPROVAL CODE MIR ORDER NO. 
SIDERTUL SA DE CV 03-JAN-? 1 JLlEVlNG 
RFC# SID930918KRO 
AVENIDA PRESIDENTE MASARYK CUST. ACCOUNT NO 'MTC REQUIRED' 

MEXICO CIW. DF 11570 60638017 17 

CSX CAR / VEHICLE INITIALS: TCMX 44593 
DESTINATION: LAREDO. TX DELIVERY ADDRESS: SEE DESTINATION: 
ROUTE: CSXT-NEWOR-UP DELIVERY CARRIER: UP 

ISPECIAL INSTRUCTIONS: 
DESCRIPTION OFARTICLES: 17 BUNDLES, IRON OR STEEL COMMODITY CODE NO. : STCC 33-125-34 
' 

FOB ORlGlN Freighl Charges are lo be PREPAID, unless 
RODS OR BARS. DESCRIBED BELOW marked Collecl. Check Box il Collect. 0 

G3129481 G G107345 G 9936 LB 7 
G107346 G 5 

G3129504 G G107346 G 9936 LB 9 
G107347 G 3 

13 BUNDLES 129168LB 

I ......... ..... .... ... .-.. - - . . . . . . . . . .  .. . . . .  .... .. ... - - ...... - - - - ........ ...... .- .... . . .  . ..... . - - .- - -. - .- - .- - . - .. . . . 
- ...... 

J 
c..... , 8 . .  : c . .  v . ,  O , '  > L.. ! , s r .  9 7 " '  i e i ' l a  . . . . i r . imeni :,.ui.,, . * i i " ,  ,e%., : ,""  

s .  , . 0 : : .  , T . . . " . .  . . !  X ....l. ? , i i I i  I .'. . l i E l .  .. Y..,....'... i l l i l " . ,  "I../:i, " E l .  -t. . ' P . , < ' ,  - ,  . ..,.... r.:.............. l.' . J _,. .L,.I R,.?.,. . , l . .  < , , , <  ;< D ,  , ,  , . < l . . J < .  " , ,  
- - - I I ,,.,. <,.. 4.5 I 

POS Gerdau Arnerisleel 
........ -~----? --p ... 

Gerdau ArneriSteel Corporalion Shipper. per ..................................................................... 
Perrnanent post office address of chlpper 384 OLD GRASSDALE RD NE. CARTERSVILLE, GA 30121 
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Straight Bill Of Lading Shippers No. G-166661 
GERDAU AMERISTEEL (770) 387-3300 

CARTERSVILLE STEEL MILL,384 OLD GRASSDALE RD NE , CARTERSVILLE GA 30121 USA (770) 387-3300 

RECEIVEO. sub/oCI lo i l ic rlassilicalion and 1s"lls ln cffccl on (ha dato of l l ic irruo o( lhir Biil of Lrding. 

CONSIGNED TO INVOICE TO SHlP DATE APPROVAL CODE MIR ORDER NO. 
SIDERTUL SA DE CV SIDERTUL SA DE CV 03-JAN-11 JLlEVlNG 
CIO TRAFFI-MEX INC RFC# SID9309181<RO 
402 GRAND CENTRAL BLVD AVENIDA PRESIDENTE MASARYK CUST. ACCOUNT NO 'MTC REQUIRED' 

LAREDO, TX 78045 MEXICO CITY, DF 11570 60638017 17 
- 

RR CSX CAR I VEHICLE INITIALS: TCMX 44593 
DESTINATION: LAREDO, TX DELIVERY ADDRESS: SEE DESTINATION: 
ROUTE: CSXT-NEWOR-UP DELIVERY CARRIER: UP 

[SPECIAL INSTRUCTIONS: 
DESCRlPTlDN OF ARTICLES: 17 BUNDLES. IRON OR STEEL COMMODITY CODE NO. : STCC 33-125-34 FOB ORlGlN Freight Charges are lo be PREPAID, unless 

- 
RODS OR BARS, DESCRIBED BELOW rnarked Collecl. Check Box if Collect. 
/pS,"P; B SIZE GRADE LENGTH CUST PO A ALTPOi1 SALES ORDER # ITEM 11 PROCESS 

ORAWINGiI BUNDLE ID MlLL HEAT NO MlLL WEIGHT PCS 

4 BUNDLES 40000LB 

Shippers Total 
nur rdau Ameristeel 

nTbT COIISICIIERI 
Net Welght 

......... ............ ...... .... 
--~-~>=-- 

Permanent post office address Per 
Load ii 2 
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CARTERSV L 1.C S1 t E L  MILI 
384 OLD GRASSUALE RD NE 

CARTERSVILLE G A  30121 USA 

(770) 387-3300 

Chemical and Physical Test Report 
Made and Melted In U S A  

Commint NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSED TO MERCURY. 

PRODUCED IN: CARTERSVILLE 

Mechanical Tcsl: Yieid 60700 PSI, 418.51 MPA Teniile: 76000 PSI. 524 MPA %El: 20.7161n. 20.71200MM 
Cuslomer Requirements CASTING: STRAND CAST 
Comrncnl NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSED TO MERCURY. 

SHlP TO 
SIDERTUL SA DE CV 
CIO TRAFFI-MEX INC RFC# SID930918KRO 
402  GRAND CENTRAL BLVO AVENIDA PRESIDENTE MASARYK CUST. ACCOUNT N O  

MEXICO CIP I .  DF 11570 

PRODUCED 1N: CARTERSVILLE 

Mechanical Test: Yield 60300 PSI. 415.75 MPA Tensile: 74600 PSI. 515.73 MPA %El: 20.116in. 20.11200MM 
Cuslomer Requiremenls CASTING: STRAND CAST 
Commcnt NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSEO TO MERCURY. 

Customer Notes 

NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSED TO MERCURY, 

SHAPE + SlZE 

C12 X 251: 

,411 manulacturing proceises including meit and casl. occuned in USA. MTR 
complies willi EN10204 3.18 

Mectianical Test: Yield 67400 PSI, 395.76 MPA Tensile: 73100 PSI. 504.01 MPA %El: 21.2I8in. 21.21200MM 
Cuslomer Requiremcnls CASTING: STRAND CAST 
Comment NO WELO REPAIRMENT PERFORMED. STEEL NOT EXPOSEDTO MERCURY. 
Mechanical Test: Yield 56000 PSI. 366.11 MPA Tensile: 70300 PSI, 484.7 MPA %El: 20.91ain. 20.91200MM 
Cuslomer Rcquirerncnts CASTING: STRAND CAST 

HEAT 1.0. 
G107322 

THE ABDVE FIGURES ARE CERTlFlED CHEMICN. AND PHYSICAL TEST RECORD5 AS CONTAINED IN THE 
PERMANENT RECOROS OF COMPANY. 

3 
Mstallurgical Services Manager 

CARTERSVlLLE STEEL MlLL 

GRADE 
A36 

C 
.O8 

S* G'.drriinlstiial nialcr 21 l.rnriic0 511ili con>¡? j i6illl S p e C l ~ a l o n S  I J ~ C C I  10 s I ~ n o ~ r c l  l3.b 511~0 nlilll.lilcllllllg Yana101>s 1.0 OTIIER WARRAhllES CXPRESSFDOR 1AP.IFD. ARE MADF DY TtlE 
SELLER AYD SPFClF CN-Y FXC-JDEDAREtWARRAhT ES OF tAilERCriANTAO .ITY AhO FlThESS FOR A PARTICJLAIZ P-RPOSE 
In oii e d n l  so, 1 s. i r  uo oL c lar ind recl. conreqLe'il i<l ar p.ii i .e aarnaqcb sr sno OLI u1 or ro aled lu 11 c rn31ei 3 S 1.rn rlitu 11, sc Icr 

Mn -- 
1.14 

SPEClFlCATlON 1 SALES ORDER CUST P.O. NUMBER -- 
ASTM A36-08. ASTM A572 GR50-07.CSA G40.21-04 44W. ASTM A709 GR50-09A / 0131380-06 A-00021232-06 

Any claim loidamages for malorials tlial do no1 conlomi lo specilicatlons rnüsl be máde lrom buyer to seiier immcdiately after doii;eiyaf sane ln order lo allow tlie sciler the opportunily la inspect the material ln 
queition. 

P 
.O13 

S [ SI [ C u  1 Ni / Cr [Mal V / Nb / B 1 N / Sn 1 Al Ti Ca 
O0100 .O24 [ .26 1 .28 1 .O9 1 .O8 / .O35 / .O47 / O02 / ,0003 / ,0090 / ,011 / ,001 

Zn / C E q v /  
.00670/ .41 / PP. 

,00200 
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CARTERSVILLE STEE- MI-. 
384 O-U URASSDALE RD NI; 

CARTERSVILLE G A  30121 U S A  

(770) 387-3300 

Chemical and Physical Test Report 
Made and Melted ln USA 

SHlP T O  
SIDERTUL S A  D E  CV 
CIO TRAFFI-MEX INC 
402 GRAND CENTRAL BLVD 

~ ~ 

10 WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSED TO MERCURY. 

:D IN: CARTERSVILLE 
!E I SPFCIFlCATlnN F"l  == DROER- I CUST P.O. NUMBER l 

INVOICE T O  
SIDERTUL SA D E  C V  
RFC# SlD930918KRO 
AVENIDA PRESIDENTE MASARYK 
MEXICO CITY. DF 11570 

PRODUCED IN: CARTERSVILLE 

Mechanical Test: Yield 57000 PSI. 393 MPA Tensile: 74200 PSI. 511.59 MPA %El: 24.0181n. 24.012OOMM 
Custarner Rsqulrements CASTING: STRAND CAST 
Cornrncnt NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSED TO MERCURY. 
Mechanical Test: Yield 56900 PSI. 392.31 MPA Tensile: 73800 PSI. 506.83 MPA %El: 22.718in. 2271200MM 

-- 
SPECIFICATION / SALES O R D E R  / CUST P.O. NUMBER 

ASTM ,436-08, ASTM ~ 5 7 r ~ ~ E . 0 - 0 7 . c ~ ~  G40.21-04 44W. ASTM A709 GR50-09A / 0131380-05 / A-00021232-05 

S j S i / C u j N i I C r / M o  V Nb B N Sn Al Ti Ca 1 1 

SHAPE + SlZE 
C12X20.7# 

HEAT ID. / C  

Cuslorncr Requirernenls CASTING: STRAND CAST 
Carnrnent NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSED TO MERCURY. 

G107344 1.. .25 1 .25 1 O 1 0 5  i ~ ~ l + ~ ~ J L - o ~ ~ ~ & ~ + ~ - - t J  - 
. 

Mechanical Test: Yield 57000 PSI. 393 MPA Tensile: 74300 PSI. 512.28 MPA %El: 23.Z8in. 23.212OOMM 
Cuslorner Requircrnenls CASTING: STRAND CAST 
Carnrnent NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSED TO MERCURY. 
Mechanical Test: Yleld 57000 PSI, 393 MPA Tsnslle: 73700 PSI, 508.14 MPA %El: 24.3161n. 24.31200MM 
Cuslomer Roouirernents CASTING: STRAND CAST 

GRADE - 
A36 

M n j P  

Custorner Notes 

NO WELD REPAIRMENT PERFORMEO. STEEL NOT EXPOSEO TO MERCURY. 
Al1 rnanuíacluring processes Including me11 and casl. occurrcd in USA. MTR THE ABOVE FIGURES ARE CERTIFIED CHEMICAL AND PHYSICAL TEST RECORDS AS CONTAINED IN THE 
cornplies wilh EN10204 3.18 PERMANENT RECORDS OF COMPANY. 

Bhaskar Yalarnnnchili 

Quaiity Director Melallurgical Sewicos Manager 
Gcrdau Arncrisleel CARTERSVILLE STEEL MlLL 
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CARTERSVILLE STEEL MlLL 
384 OLD GRASSDALE R D  N E  

CARTERSVILLE G A  30121 USA 

(770) 387-3300 

Chemical and Physical Test Report 
Made a n d  Melted In USA 

SIDERTUL S A  D E  C V  SIDERTUL S A  D E  CV 
CIO TRAFFI-MEX INC RFCi i  SID930918I<RO 
402 GRAND CENTRAL BLVD AVENIDA PRESIDENTE MASARYK CUST. ACCOUNT N O  

LAREDO, TX 78045 MEXICO CITY. DF 11570 60638017 

Cvslomer Rcqulremenls CASTING: STRAND CAST 
Commcnt NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSEDTO MERCURY. 

PRODUCED IN: CARTERSVILLE 

Meclianical Test: Yicld 57600 PSI. 397.14 MPA Tcnsile: 74800 PSI. 515.73 MPA %El: 24.3181n. 24.31200MM 
Cuslomer Requiremenls CASTING: STRAND CAST 
Comment NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSEO TO MERCURY. 

PRODUCED [N: CARTERSVILLE 

Mcchanlwl Test: Yield 57100 PSI. 393.69 MPA Tensile: 73900 PSI. 509.52 MPA %El: 23818in. 23.81200MM . - 
Cuslomer Requiremenls CASTING: STRAND CAST 
Commcnt NO WELD REPAIRMENT PERFORMEO. STEEL NOT EXPOSED TO MERCURY. 
Mechanical Test: Yleld 57200 PSI. 391.38 MPA Tsnsile: 73400 PSI. 506.08 MPA %El: 23.218in. 23.21200MM 
Cuslomer Requiremenls CASTING: STRAND CAST 
Comment NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSED TO MERCURY. 

SFIAPE~ SIZE - 
C12 X 20.71: 

HEAT 1.0. I C  
G107346 .- 1 .O8 

Customer Notes 

NO WELD REPAIRMENT PERFORMED. STEEL NOT EXPOSEO TO MERCURY. 
Al1 manulacluing proceises lnciuding mcll and casl, occurred ln USA. MTR 
complies willi EN10204 3.18 

Mechanical Test: Yield 57000 PSI. 393 MPA Tenrile: 74900 PSI. 516.42 MPA %El: 23.218in. 23.2l20OMM 

GRADE 

A36 

M n / P  
1.15 1 ,010 

SPEClFlCATlON SALES OROER CUST P.O. NUMBER 
ASTM A36-08. ASTM A572 GR50-07.CSA G40.21-04 44W. ASTM A709 GR50-OSA m 0131380-05 A-00021232-05 

Bhaíkar Yalamanchili 

Ouaiily Director 

Gcidau Amerislocl 

S [ S l ~ C u j N l / C r / M a ~ V / N b ~ B ~ N ( S n ~ A l / T l / C a  
.O20 ( .25 ( .25 / .O8 \ .04 / ,021 1 ,033 / .O01 1 0003 1 0078 ( ,010 1 .OOü l.00100[.00020 - 

THE ABOVE FIGURES ARE CERTIFIED CHEMICAL ANO PHYSICALTECT RECORDS AS CONTAINED IN THE 
PERMANENT RECORDS OF COMPANY. 

Melallurgiwl Services Manager 

CARTERSVILLE STEEL MlLL 

Zn 
30450 

Seiler warranls that al1 material lurnislred shall comply wilh npocilicalions subjecl la standard published manulactunng vañallans. NO OTHER WARRANTIES, EXPRESSED OR IMPLIEO, ARE MADE BY THE 
SELLER, ANO SPECIFICALLY EXCLUOED ARE WARRANTIES OF MERCHANTABILITY ANO FiTNESS FOR A PARTICULAR PURPOSE. 
In no evenl shall sellcr be liable lor lndirecl, conscquenlial or punillve damagcs aising out o lor  relaled lo the malerials lumlslied by seller. 
Any clalm lor damagcs lar malerials lhal da no1 conform lo speclScalians musl be made lram buyer lo scller lmmedialely alter dcliveryofsame ln oider lo vllow the seller llie oppoitunlly lo inspecl the malerlal ln 
q"e5tlol>. 

l CEqv 
.37 -- 

---- 


