
Bill To: Ship To: 1 Order Date:O8/13/2009 amIm$D m- TEST IU!!PdRT 
PLESA ANAHUAC Y CIAS SA DE CV PLESA ANAHUAC Y CIAS SA DE CV PO N0:6858 (IERDAU AMERI8-b 
AV VALLE DE LAS ALAMEDAS 302 QUIVIXA DR Mil1 Order No:3637223 Midlothian Mi11 
NO 66-0 COL SAN FRANCISCO PAN WRICAN BUSINESS PARK Load No:1274039 300 Ward Road 
MEXTCO CITYIDEL. TUL: DE' LAREOO TX Manifest No:1977046 m'E'w'M~a'srm Midlothian. TX 76065 

SIZE GRRDE 
SPECIFICATIONS W 12 X SO# / W310 X 74 992I572-50 

RSTM A6-05a, ~992-06a. A572-06 

LENGTH PRODUCT 
40 Fi 1 12.192 M WF BEAUS 

HEAT NO: 22518930 CHEHICAL ANALYSIS 

C Mn P S Si Cu Ni Cr Mo Sn V Al Nb CE 
. O8 .84 .O09 .O37 .24 .30 .O9 .12 .O29 .O09 .O02 .O04 .O16 .28 

PHYSICAL PROPERTIES 
Yield Strength Tensile Strength Specirnen Area Elonqation Bend Teat S!! 

KS 1 MPa KSI MPa Sq In sq Cm 8 Gage Lenqth Dia, Result % 
53.0 365.4 70.7 487.5 0.881 5.68 25.0 8 In 200 m 
52.1 359.2 69.6 479.9 0.885 5.71 25.3 8 In 200 m 

. TENSILE TEST RATIOS 

YLD/TENS 

Al1 manufacturing processes of this product, including electric arc MELTING and continuous CASTTNG, occurred in the U.S.A 
CMTR complies with EN 10204 3.1 

"1 hereby certify that the contents of this report are correct and accurate. A l 1  tests and operations perfomed by this 
material manufacturer or its sub-contractors, when applicable, are in compliance with the requirements of the material 
specifications and applicable purchaser designated requirements." 

s i g n e d q  m-c* LE /&-A - -.----Date:Oct. 28, 2009 Signed: Date:- 
Tom arrington: Quality pssurance Manager Notary Public (if applicaDlei Paqe: 1 of 6 



Bill To: Shio To: 1 Order Date!08/21/2009 
- ~~ - 

AV VALLE 
NO 66-0 C 
MEXICO CITY/DEL. 

- -~~ . .. --, -... 
PLESA~~NAHUAC Y CIAS SA DE CV PLESA ANAHUAC Y CIAS SA DE CTi PO N0:6858 --- ~ 

DE LAS ALAMEDAS 302 QUIVIRA DR Mil1 Order N0:3637223 ~idlothian Mil3 
:OL SAN FRANCISCO PAN AMERICAN BUSINESS PARK Load No:1214839 ~ G E R W  AM-----. 300 Ward Road TUL' DF LAREDO TX .~ .  Manifest No:1977046 YIIzI.=L 

Midlothian, TX 76065 
(972)775-8241 

SIZE GRADE LENGTH PROMlCT 
SPECIFXCATIONS W 12 X 50) / W310 X 74  992/572-50 40 FI< 112.192 M WP BEAUS 

RSTM R6-05a, A992-06a, A572-06 

HEAT NO:- CHEMICAL KVRLYSIS 

C Mn P S Si Cu Ni m M0 Sn V Al Nb CE 
. O9 .89 . O10 .O31 .25 .31 .O9 .ll .O29 ,009 .O02 .O03 ,016 .29 

PHYSICAL PROPERTZES 
Yíeld Strength Tensile Strenqth Specimen Area Elongation 

KSI MPa KSI MPa S< ln sq cm % Gaqe Length 
Bend Test ROA - 
~ i a .  Result % 

54.8 377.8 73.9 509.5 0.879 5.67 25.6 8 In 200 m 
54.8 377.8 73.0 503.3 0.903 5.83 23.9 8 In 200 nm 

. TENSILE TEST RATIOS 

YLD/TENS YLD/TENS 
.74 .75 

Al1 rnanufacturing processes of this product, including eiectric arc MELTING and continuous CASTING, occurred in the U.S.A.  
CMTR comglies with EN 10204 3.1 

"1 hereby certify that the contents of this report are correct and accurate. Al1 tests and operations perfomed by this 
materia* manufacturer or its sub-contrectors, when applicable, are in compliance with the requirements of the material 
specifications and applicable purchaser designated requirements." 

Signed. & - L / & ~ ~  - ~ate:oct. 28, 2009 Signed: Date;, 
Tom L. Harrington: Qual~ty-surance Manager Rotary Public (if applicable) 

Paae: 2 of 6 



Bill To: Ship To: 1 Order Oate:08/13/2009 CERTIFIZD bI&%'ERIAL TEST REWRT 
PLESA ANAHUAC Y CIAS SA DE CV PLESA ANAliUAC Y CIAS SA DE C\ PO N0:685B GERD+J wI6TEgL 
AV VALLE DE LAS ALAMEDAS 302 QUIVIRA DR Rill Order No:3637223 Midlothian Mil1 
NO 66-0 COL SAN FRANCISCO PAN AMERICAN BUSINESS PRRK Load No:1274839 
MEXICO CITY/DEL. TUL! DF LAREDO TX Manifest No:1971046 ~ P K ~ A U ~ ~ R I S P F L  300 Ward Road 

Midlothian, TX 76065 
54940 MX 78045 US (972)775-8241 

SIZE GRAVE 

SPECIFICRTIONS W 12 X 50t  / W310 X 74 992/572-50 

ASTM A6-Osa, A992-06a, A572-06 

LENGTH PROWCT 
40 FT 1 12.192 M WF BEAMS 

HEAT NO: 22518970 CHBMKCAL ANALYSIS 

C Mn P S Si Cu Ni Cr NO Sn V Al Nb CE 
.lo .87 .O09 ,024 .26 .35 .O8 .11 .O29 .O10 .O02 .O05 .O17 . 3  

PHYSICAL PROPERTIES 
Yield Strenqth -- Tenaile Strenqth Specimen Are¿ Elonsation 

KS 1 MPa KSI MPa Sq ln Sq cm 8 Gaqe Length 
53.2 366.8 71.4 492.3 0.897 5.79 22.0 8 In 200 mm 
54.6 376.5 72.9 502.6 0.881 5.68 23.8 B In 200 nun 

TENSILE TEST RATIOS 

YLD/TENS 

.75 

Bend Test 
Dia. Result 

ROA - 
e 

Al1 manufacturing processes of this product, including electric arc MELTING and continuous CASTING, occurred in the U.S.A. 
CMTR complies with EN 10204 3.1 

"1 hereby certify that the contents of this report are corfect and accurate. Al1 tests and operations performed by this 
material manufacturer or its sub-contractors, when applicable, are in compliance with the requirements of the material 
specifications and applicable purchaser designated requirements." 

Signedq- L=- /A4/ -- -.- - 0ate:Oct. 28, 2009 Signed: Date:- -- 
Tom Harrington: Quality Msurance Manager Notary Public ( r f  applicable) 

Page: 3 of 6 



Bill To: Ship To: 1 Order Date:08/13/2009 WZkTIFIED bBiTSRIi% TEST REPORT 
PLESA ANAHUAC Y CIAS SA DE cv PLESA ANAHUAC Y CIAS SR DE c\i PO ~0:6858 G~~ ~isenrs.st 
AV VALLE DE LAS ALAMEDAS 302 QUIVIRA DR Mil1 Order N0:3637223 Nidlothian M111 
NO 66-0 COL SAN FRANCISCO PAN AMERICAN BUSINESS PARI< Load N0:1274839 
MEXICO CITY/DEL. TUL: DF LAREDO TX Manifest No:1977046 ~ ~ . L - * M E I I s T ~ ~ ~  Midlothian, 300 Ward TX 76065 
54940 MX 78045 US (972)775-8241 

SPECIFICATIONS 
GRADE 
992/572-50 

LENGTH PRODUCT 
40 ET 1 12.192 M WF BEMS 

ASTM A6-Osa, A992-06a, A572-06 

HEAT NO: 22519300 CHEMXWII. ANALYSTS 

C Mn P S Si Cu Ni Cr M0 Sn V Al Nb CE 
. OB .90 .O15 .O38 .23 .32 .ll .16 .O43 .O09 .O03 .O04 .O18 . 3  

PHYSTCAL PROPERTIES 
Yield Strenqth Tensile Strenqth Specimcn Area Elongati-_ 

KSí MPa KS 1 MPa Sq In Sq cm 8 Gage Length 
54.6 376.5 72.2 497.8 0.074 5.64 24.1 8 In 200 mm 
53.9 371.6 70.8 488.1 0.888 5.73 23.0 8 In 200 mm 

TENSILE TEST RATIOS 

YLD/TENS 
.76 

Bend Test 
Dia. Result 

ROA - 
% 

Al1 rnanufacturing processes of this product, including electric arc MELTING and continuous CASTING, occurred in the U.S.A. 
CMTR complies with EN 10204 3.1 

"1 hereby certify that the contents of this report are correct and accurate. Al1 tests and operations perfonned by this 
material manufacturer or its sub-contractors, when applicable, are in compliance with the requirements of the material 
specifications and applicable purchaser designated requirements." 

6 Y &- --6 -Date:Et. 28, 2009 Signed: Date: 
QualitypSsurance Manager hiotary Public (1I appllcable) 

Page: 4 of 6 



Bill To: Ship To: 1 Order Date:08/13/2009 f2EW!IFIm MATERIAL TEST mPOm 
PLESA ANAHUAC Y CIAS SA DE CV PLESA ANAHUAC Y CIAS SA DE CV PO N0:6858 GERDAU AWZRIS'PeEL 
AV VALLE DE LAS ALAMEDAS 302 QUIVIRA DR Mil1 Order N0:3637223 Midlothian Mill 
NO 66-0 COL SAN FRANCISCO PAN AMERICAN BUSINESS PARK Load No:1274839 
MEXICO CITY/DEL. TUL: DE LAREOO TX Manifest N0:1977046 B~QEPDAU AMERISTIL 300 Ward Itoad 

Midlothian, TX 76065 
54940 ML 78045 US (972)775-8241 

SPECIFICATIONS 
SIZE GRADE 
W 12 X 508 / W310 X 74 992/572-50 

LENGTH 
40 ET / 12.192 M 

ASTM A6-05a, A992-06a. A572-06 

HEAT NO: 22519310 CHEMICñL ANALYSIS 

C Mn P S Si Cu Ni Cr Mo Sn V Al Nb CE 
.O8 .89 .O14 .O33 .26 .33 .ll .16 .O41 .O09 .O02 ,003 .O17 . 3  

PHYSXCAL PROPERTIES 
Yield Strength Tensile Strength Specimen nrea Elonqation 

KSI MPa KSI MPa Sq In Sq cm 6 Gage Length 
54.4 375.1 73.4 506.1 0.870 5.61 25.9 8In 2 0 0 m  
53.7 370.2 71.4 492.3 0.901 5.81 24.6 8 In 200 m 

TENSILE TEST RATIOS 

YLD/TENS YLD/TENS 
.74 .75 

Bend Test - ROA 
Dia. ReSUlt 8 

All manufacturing processes of this product, including electric arc MELTING and continuous CASTING, occurred in the U.S.A. 
CMTR complies with EN 10204 3.1 

"1 hereby certify that the contents o£ this report are correct and accurate. Al1 tests and operations performed by this 
material mnufacturer or its sub-contractors, when applicable, are in compliance with the requirements of the material 
specifications and applicable purchaser designated requirement~.~ 

Signed. &- L/&- A M -.--.---sDate:s28, 2009 Signed: Date:-- 
Tom L. Harrington: Quality3Ssurance Manager Notary eublic ( ~ f  applicablel 

Page: 5 of 6 



Bill To: Ship To: 1 Order Date:08/13/2009 CERTIFiEü MhTERXñf. TEST =PORT 
PLESA ANAHUAC Y CIAS SA DE CV PLESA ANAHUAC Y CIAS SA DE CV PO No!6B58 creGRDAU AMER.ISTEEIL 
AV VALLE DE LAS ALAMEDAS 302 QUIVIRA DR M t l l  Ordcr No:3677777 Midlothian Mil1 
NO 66-0 COL SAN FRANCISCO 
MEXICO CITY/DEL. TUL: DF LAREDO 
54940 

ASTM A6-05a. A992-06a, A572-06 

SIZE GRADE 
W 12 X 50W / W310 X 74 992/572-50 

LENGTH 
40 FT 1 12.192 M 

HEAT NO: 22519350 

C Mn P S Si Cu Ni 
. O9 .91 ,013 .O22 .31 .33 .10 

Yield Strength 
KS 1 MPa 

Tensile Strenqth 
KSI MPa 

56.1 386.8 75.1 517.8 
55.0 379.2 73.9 509.5 

TENSXLE TEST RATIOS 

YLD/TENS YLD/TENS 
:74 . 7 5  

CHEMICAL R N J  

cr MO sn v ~l Nb CE 
.10 .O33 -010 .O02 .O06 ,018 .3 

PHYSICAI. PROPERTE 
specimen Area Elonqation 

Sq In sq cm % Gage Length 
0.891 5.75 25.0 8In 200 m 
0.908 5.86 24.6 8 In 200 mm 

PRODUCT 
WF BEAMS 

Bend Test 
Dia. Result 

ROA - 
% 

Al1 manufacturing processes of this product, including electric arc MELTING and continuous CASTING, occurred in the U.S.A. 
CMTR complies with EN 10204 3.1 

"1 hereby certify that the contents of this report are correct and accurate. Al1 tests and operations performed by this 
material manufacturer or its sub-contractors, when applicable, are in compliance with the requirements of tha material 
specifications and applicable purchaser designated requirements." 

Signed- - . L/&-- . . -. . -. - Date:Oct. 28, 2009 Signed: Date: -- 
Tom arrington: Quelity msurance Manager Notary Public (if applicable) 

. . 
eaqe: 6 of 6 


