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FLESA ANAHUAC Y CIAS,SA DE CV

£S PER ASTM-A513

QUANTITY CHEMICAL COMPOSITION TENSILE TEST
ITEM SIZE No. OF PCS| DIMENSIONS TEST RESULTS PORCENTAGE YIELD TRNSILE | ELONGATION HEAT
OR WEIGHT HIDROST] FuaTTeninG | DRIF C M =] § | STRENGTH | STRENGTH ap, s NUMBER
M. TON TEST TES® N Psi 'St
1 {PTR1X1 405 6510 MTS| 10 N/A NIA Ni2 10.0930/0.4200{2.0110 {2.0140| 54230 6:460 30 173180 HN4 73187
2 |IPTR2X2 300 BI0MTS| 08| N/A NIA N{£ 10.0970/0.3200(2.0080 u.m_mo 54230 6:130 31 173190 HN1 78669
3 [PTR35X35 96 65.10 MTS| 09 NiA N/A N/2 10.0900{0.3200(3.0120 |2.0130| 55120 65120 3z 173190 HN1 78670
4 IPOLIN12X 3 12 80 12 00 MT | 12 N/A NiA N/# 10.110010.3400]3.0130 12.0080f 61110 6i230 29 173190 HN4 73360

- WE CERTIFY THAT THE ABOVE DESCRIBED MATERIAL SATISFY THE TEST
RESULTS.
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