WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND TESTED WITH

Lk SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIREMENT OF THE ABOVE MATERIAL SPECIFICATION.

MADE IN VIETNAM
PHONE NUMBER: +84(0)901 555 253
E-MAIL ADDRESS: d01115@csvc.com,vn

Certificate No. 200715F00013 CHINA STEEL AND NIPPON STEEL VIETNAM
JOINT STOCK COMPANY
Page F00013- 01 HZM@MO‘HHOZ OMWHHmHO>Hm nm <n My Xuan A2 Industrial Zone, My Xuan Ward,
Issue date 16/07/2020 AOHNV Phu My Town, Ba Ria - Vung Tau Province, Vietnam
Tell: 0254 393 1168 Fax: 0254 393 2188 001
DUFERCO SA
CUSTOMER c\ Invoice No. $20070001 Shipping Date 13/07/2020
ASTM A1008 CS TYPE B %w,
SPECIFICATION __= ATESTS Customer No. DOODICH CSVCORDERNo. | 20200BEC61FB
ASTH AT008/A100804-16
COLD ROLLED STEEL SHEET IN COIL
PRODUCT Contract No, Reference No.
MATERIAL DESCRIPTION Tensile Test Bend Test
Chemical Composition (%) G L.=50mmm
Ori P*A01[*A02/*A03| Ori. |Res, REMARKS
rmy] THICK. | WIDTH |LENGTH Quantity | MASS Coll No Rex clsi|mn|P|s|mM|c M|V |N|Ti|ca|m|N]|B ¥S | TS | EL
NO.| mm mm mm N/N kg No
x16Y x10%| x10°| x16"| x10°| x10°| x16%| X207 x10°| X16°| X10| X20%| 320°] *X20%| 10" N/md | %
005 | 1210 | 1,219.0 coil i 10,750 3759412 0541205 5 1 171 18 2 2 1 1] 0 0 0 1 2 2 0 L 232 346] 41 L{ OK
005 | 1.210 | 1,219.0 cail 1 10,750 3759421 0541205 5 11 17} 18 2 2 1 1 0 0 0 1 2 2 0 L{ 228 345 41 L{ OK
005 1.210 | 1,219.0 coil 1 10,750 3759422 0541205 5 1} 17} 18 2 2 1 1 0 0 0 1 2 2 0) Li 228] 345 41 L{ OK
005 1210 | 1,219.0 coil 1 10,750 3759431 0541205 5 11 17} 18] 2 2 1 1 0 0 0 1 2 2 0 Li 229 344] 41 Li QK|
005 1.210 | 1,219.0 coil 1 10,760 3759432 0541205 S 1 177 18 2 2 1 1l 0 0 0 1 2 2 0 Li 229| 344 41 L OK
005 1210 | 1,219.0 coil 1 10,800 3759441 @) 0541205 5 1 17} 18] 2 2 1 1 0 0 0 1 2 2 0 L} 220 346 41 L} OK
0051 1210 | 1,219.0 coil 1 10,350 3759442 (+/ 0541205 5 1 177 18 2 2 1 1] 0 0 it 1 2 2 0 L} 220, 346, 41 L{ OK
005 | 1210 | 1,219,0 coil 1 10,590 wummmwme 417247 5 1 20 11 6 1 1 0] 0 0 0 1 4 2 1] Li 221 339 42 L} OK
005 L1210 | 1,219.0 coil i 10,460 3766632 (%) 417247 5. 1 20 11 6 1 1 0 0 0 0 1 4] 2 1 L{ 221] 339 42 L{ OK|
0051 1210 | 1,2180 coil 1 10,520 3767321() 417277 5 .1 16 9 7 1 2 0l i 0) 0 1 4 3 1 L{ 224 343 42 Li OK|
005 1.210 11,2190 coil 1 10,370 3767322 417277 5 1 16 9 7| 1 2 0 1 0 @ 1 4 3 1 L} 224 343 42 L} OK
TOTAL:| 11 116,850
*A01=Yield Strength
*A02=Tensile Strength
*A03=Elongation
NoTES
VISUAL INSPECTION(SURFAGE) AND DIMENSION CHECK : OK
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