CERTIFICADO DE CALIDAD

A INTA 1 Fecha Emision/lssue |[Certificado No./Certificate
MRV Date No.
FABRICANTES DE ACERO RECUBIERTO 2020/10/16 2875

MILL TEST CERTIFICATE

GALVASID 5.A. DE C.V.

BLVD. CARLOS SALINAS DE GORTARI KM 10
APODACA N.L. MEXICO
C.P. 66615, TEL (52) 81 11 56 0001

www. galvasid.com

Cliente Pedido
No Cliente/Customer No: 1000010166 Factura No/Invoice No: 0900003140
Cliente/Customer: PLESA ANAHUAC Y CIAS SA DE CV Orden Compra/Purchase Order: 30304
Direccion/Address: AV VALLE DE LAS ALAMEDAS 66,TULTITLAN,MEX,54940,MX No Pedido Galvasid/Galvasid 0010001802

Order No:
Cantidad/Quantity: 1

Informaciéon General / General Information

No Serie/Serial No Parte/Part Parte Galvasid/Galvasid Part Colada/Heat Descripcion/Description Norma-Grado/Norm-Grade
0000051207 RGV2048TMS3PR60.2 000000000040001745 2040910 R G60 C20X48 CSB FR PAS NIV ST ASTM A653/A653M - 17-CSB
Informacion General (cont.) / General Information (cont.) @

No Serie/Serial No  Peso(kg/lb)/Weight  Espesor(mm/in)/Thickness  Ancho(mm/in)/Width  Longitud(m/ft)/Length  Impacto(LBS)/Impact  Doblez T/Fold T Capa/Coating Tratamiento/Treatment  Flor/Spangle

0000051207 5995/13217 .92/.0363 1223.000 / 48.150 675/2214.567 300.0 0.0 G60 PASIVADO F2 FLOR REGULAR

Propiedades Mecanicas Longitudinales, Metal Base / Mechanical Properties, Base Metal(Longitudinal)

No Serie/Serie No LE (ksi/MPa)YS RT (ksi/MPa)TS % Elongacién/Elongation % Dureza (HRB)/Hardness

0000051207 42.00/289.4 53.00/365.2 38.00 50.0

Analisis Quimico (%) / Chemical Analysis (%)

No. Colada/Heat No. C Mn P S Si Al \Y Ti Cr Ni Mo B CcuU

2040910 0.0620 0.3600 0.0080 0.0030 0.0200 0.0470 0.0020 0.0190 0.0100 0.0030 0.0010 0.0001 0.0080
Certificamos que el material aqui descrito ha sido inspeccionado y ensayado por personal autorizado independiente del area de produccién, arrojando resultados /\\wf
satisfactorios en concordancia con la norma aplicable al producto. We here certify that the material described in here has been tested and inspected by authorized ( )&; %
personal independent from the manufacturing department with satisfactory results in accordance with requirements of applicable product norm. S

Jonathan Trejo
Gerente de Calidad
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