CERTIFIED MATERIAL TEST REPORT Page 1/]
CUSTOMER SHIP TO CUSTOMER BILL TO GRADE SHAPE / SIZE DOCUMENTID:
G E R DAU GERDAU CORSASAPISADESY  GEIEH GORSSSA 0 HE.CV A99VAS5T2-50 )??:co Flange Beam / 27 X 944 /690 |000001035] .
16 603 717 ZVP CARRETERA MEXICO CD SAHAGUN )
GENERAL ESCOBEDO.NL 64000 SN LENGTH WEIGHT _ HEAT/BATCH .
US-ML-PETERSBURG Mexico CD SAHAGUN.HGO 43990 40'00" 15,040 LB 60115827/04.
S SR SRANSS wot LES ORDER - ECIFICATION / DATE or REVISION
890 SA CUSTOMER MATERIAL N° SP I or REVISIO
RELSHSDIRG, A 20,8005 3321158/000070 ASTM A6-14
USA ASTM A709-13A !
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE ASTM A952-11, AST2-15
4505199060 1330-0000068382 11.05.2016 A s Tl p
CHEMICAL COMPOSITION , : "
: ¥ A % A 3 D % e i % ) 4
0.09 .18 0.018 0.029 0.21 0.36 0.16 0.1 0.040 0.022 0.001 0.017 0.002
CHEMICAL COMPOSITION
CE%Aﬁ
0.35
{ MECHANICAL PROPERTIES . — .
" YEP NiPa ME it o
61400 77640 423 538 0.791 8.000
59860 75890 413 523 0.789 8.000
MECHANICAL PROPERTIES
G/L Elsyws.
mirn (]
200.0 25.90
200.0 27.30
COMMENTS / NOTES

The above figures are certified chemical and physical test records as contained in the permanent records of company. We certify that these data are correct and in compliance with

specified requirements. This material, including the billets, was melted and manufactured in the USA. CMTR complies with EN 10204 3.1.
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