CERTIFIED MATERIAL TEST REPORT
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CUSTOMER SHIP TO CUSTOMER BILL TO GRADE SHAPE / SIZE DOCUMENT ID:
Go G E R D AU GERDAU CORSA SAPISADECV  GERDAUCORSA S A P I DE CV SR )‘(” 112:) e
16 603 717 ZVP CARRETERA MEXICO CD SAHAGUN
GENERAL ESCOBEDO,NL 64000 SN LENGTH WEIGHT HEAT / BATCH
US-ML-PETERSBURG Mexico CD SAHAGUN HGO 43990 4000° 3,760 LB 60117160103
25801 HOFHEIMER WAY - M”g“’ -
VA 23803-8905 SALES ORDE USTOMER MATERIAL N° SPECIFICATION / DATE or REVISION
PETERSBURG 3677841/000020 ASTM A6-14
USA ASTM A709-15
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE "Sm";’f‘ 1'3‘ ﬁ{;lv?r){fms
4505568672 1330-0000071010 22.07.2016 S
CHEMICAL COMPQSITION " ;s v Nb |
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0.10 1.14 0.014 0.028 0.25 0.2 0.1 0.13 0.020 0.013 0.003 0017 0.004
CHEMICAL COMPOSITION
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MECHAN[CQL l(’JR(ZyPERTIBS ¥ " G
SPSZ 3 %P }Xga %ﬁ ,EAm . Inc
57600 74300 397 512 0.780 8.000
58200 73900 401 510 0790 8.000
mANICALdP,RLOPﬂlTIES 8
mm o8
200.0 24.30
200.0 23.60
COMMENTS /NOTES

The above figures are certified chemical and physical test records as contained in the permanent records of company. We certify that these data are correct and in compliance with
specified requirements. This material, including the billets, was melted and manufactured in the USA. CMTR complies with EN 10204 3.1.
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