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CUSTOMER SHiP TO {'USTOMER BILL TO GRADI: SHAPL / SI712 DOCUMENT ID:
GERDAU CORSA SAPISADECY  GERDAU CORSA § A P 1 DECV PIESna=S0 ;’ ]'gc;“"‘"gc Beaim # BRAIZHRI00 [900G02E00S
16603 717 ZVP CARRETERA MEXICO CD SALAGUN :
GENERAL ESCOBEDO,NL 64000 SN LENGTH WEIGHT HEAT { BATCH
US-ML-MIDLOTHIAN Mexico CD SAIIAGUN,IGO 43990 40100" 132,600 LB 58025157/02
300 WARD ROAD Mgrico
MIDLOTHIAN, TX 76065 SALES ORDER CUSTOMER MATERIAL N¥ SPLECIFICATION « DATE or REVISION
USA g 3383426:000010 ASTM AG-14
ASTM ATI9-13A
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE e o ol
4505289639 1327-0000200057 24.05.2016 ESAIGA0 LIS 345 WMt
CHEMICAL COMPOSITION
M i Ni T Mo 3 v Nb Al
% %n J:o d%; §/; g)al %l % %o éf} % % %
0.10 0.88 0.009 0.038 0.20 0.3 0.13 0.15 0.037 0.008 0.002 0.015 0.003
CHEMICAL COMPOSITION
CEgvAb
50
0.31
MECHANICALPOROI'ERTIES TS e UTS viT . G1
¥S 0.2% T rati 1,
g S MPa Mba 0" hchi
56957 75154 393 518 0.758 8.000
57231 75673 395 522 0.756 £.000
MECHANICAL PROPERTIES
GIL Elong.
min %‘g
200.0 24.70
200.0 24.60

COMMENTS ‘ NOTES

The above figures are certified chemical and physical test records as contained in the permanent records of company. We certily that these data are correct and in comphiance with
specitied requirements. This material, meluding the billets, was melied and manulactured in the USA. CMTR complies with EN 10204 3.1,

BHASKAR YALAMANCHILI .( 2 ~&:- TOM HARRINGTON
/%‘\ R @ WA ,é Do Asam prmetao
QUALITY DIRECTOR 3 '}

QUALITY ASSURANTUE MGR.




