CERTIFIED MIATERIAL TEST REPORT Page 1 /1
CUSTOMER SHIP TO CUSTOMER BILL TO GRADE SHAPE SIZE DOCUMENT ID:
—\CFRO‘S CORSAS ADECY ACEROS CORSA SA DE CV° A992 ASTZ-5f Wide Flange Beam 10 X 7= 250 [0000423020
02715 KMB 1023 507 Z\ P AV LA PRESA 2 : 2
MONTERREY.NL 64290 TLALNEPANTLAMEX 54187 LENGTH PCS WEIGHT HEAT BATCH
US-ML-MIDLOTHIAN Mexico \exico 100" 212 144160 LB 59087992/02
300 WARD ROAD -
MIDLOTHIAN. TX 76065 SALES ORDER CUSTOMER MATERIAL N SPECIFICATION DATE or REVISION
s §682419 000020 ASTM Ao-17
o ASTM AT09-17
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE SRR MDA A B
1512363474 13270000361 155 03.02.2020 OS2I SRR
CHEMICAL COMPOSITION ) _ B
S T . A SR W s ¥ ow
0.10 0.91 0.010 0.024 0.20 0.34 0.16 0.1% 0.043 0.007 0.001 0.013 0.003
CHEMICAL COMPOSITION
CEgvA6
(1]
0.33
MECHANICAL PROPERTIES
¥S.0.20 ; Y UTS Y T rati G
P By MPa \Pa Lo Inch
57729 73573 398 507 0.780 8,000
570353 72280 393 198 0.790 $.000
MECHANICAL PROPERTIES
GL Elgng
mm [l
200.0 25.00
200.0 25.00

COMMENTS NOTES

The above figures are certified chemical and physical test records as contained in the permanent records of company. We certify that these data are correct and in compliance with
specitied requirements. Weld repair has not been performed on this material. This material. including the billets. was melred and manufactured in the USA. CMTR complies with EN
10204 5.1,
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