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CUSTOMER SHIP TO CUSTOMER BiLL TO GRADE SHAPE ¢ SIZE DOCUMENT ID:
z e i ’1a 4 I 693
G E R @@U S T GEREACORSA S A PIDEEY A992/A572-50 ;/le;le:}l lange Beam / 4 X 13% - 100 |0000069363
02715 KMB 1023 S07 ZVP CARRETERA MEXICO CD SAHAGUN :
MONTERREY NL 64290 SN LENGTH WEIGHT HEAT * BATCH
US-ML-MIDLOTHIAN Mexico CD SAHAGUN,HGO 43990 4000" 86,320 LB 59072322/02
300 WARD ROAD Mexico
MIDLOTHIAN. TX 76065 SALES ORDER CUSTOMER MATERIAL N° SPECIFICATION  DATE or REVISION
USA ? 4208356.000010 ASTM AG-14
ASTM A709-15
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE o e R
4506347424 1327-0000217512 30.11.2016 Lo AICRUZ ISR
CHEMICAL COMPOSITION . ) . . N .
0 .
¥ 2 5 5 G i g ) 5
0.08 0.87 0.017 0.028 0.22 0.26 0.09 0.17 0.022 0.006 0.002 0.013 0.004
CHEMICAL COMPOSITION
CEgvA6
.’0
0.29
MECHANICAL PROPERTIES
YS 0.2% UTS Y UTS Y/T rati at
PSI MPa MPa %% Inch
56568 73053 390 504 0.774 8.000
54017 70965 72 489 0.761 8.000
MECHANICAL PROPERTIES Bl
GiL l
mm g/{lg
200.0 23.30
200.0 23.60

COMMENTS < NOTES

The above figures are certified chemical and physical test records as contained in the permanent records of company. We certify that these data are correct and in compliance with
specitied requircments. This inaterial, including the billets, was melted and manufactured in the USA. CMTR complies with EN 10204 3.1
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