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Certificatate No. : K= 11 =385 02 = 2 7} * Gwangyang Factory : 1653-12, Taein-dong,
Customer : FERRE BARNIEDO SADEGY: Gwangyang City, jeonranam—do, korea
H| = oy ERW STEEL STRUCTURAL
Commodity TUBING TO ASTM A500 B T = X * Busan Factory : 1516-5, Dadae-dong,
Shipper : Saha-gu, Busan, Korea
HE 4
Spec. & Type : ASTM A500 B * Seoul Office : 507-1, Sihwa Industrial Complex 2ma,
Jungwang-dong, Siheung City, Gyeonggi, Korea
2 % NS HEHE +gy | B2 SEAE | 2uae| meae | zoss s 8 o 2(%) Huwz <
Slze ik Length Product No. Qua- otz Tensile Test (Min.) Bending Flattening Surface Chemical Composition (Max.) Heatl No. e
S ness . ; Length ¥.p 1.8 E-l: #h Remarks
{Inch) ; (ft) (Lot No.) ntity ; . o Test Test Treatment (Coil No.)
(Inch) (ft) (MPa) (%) C gj Mn P g
317 400 23 0.300 = = 0.045 0.045
10 x 6 0.188 40 JIBI4G2AF015 147 5,880 3567 487 34 = Good Oiled 0.1677 0.033 0.310 0.0180 0.0065 SR57855
10 X 8 0.188 40 JIB1AG2AF016 147 5,880 362 463 34 Good Qiled 0.1646 0.011 0.335 0.0121 0.0036 SRE6123 |-
10 b 5] 0.313 40 JIDO7G1AF010 2 80 349 456 24 &5 Good Qiled 0.1756 0.019 0.328 0.0154 0.0030 SRE5298
10 b ] 313 40 JIDOBGT1AFDS2 168 6,720 349 456 24 = Good Ciled 0.1756 0.019 0.378 0.0154 0.0030 SR65298
10 * (5] 0.375 40 JIE20G2AF022 114 4 560 412 468 26 Good Qiled 0.1785 0.018 0.324 0.0130 0.0038 3R66993
o ¥
1 1
= G [ ‘, | 2
. [
¢ A
nrCD lFILA b WS
| 1 | WJ i
FlLERJLT Sl ok HYOS
R 1) . 1 1 ! - ¢
i I 3} i ‘
~ ™1 "gf!l ﬂl \ 1T
HIGINAL |
L g Mo~ 2 con o
‘: A | | RS
5 A L ‘:’\ - 171
{\ £ . E et SUAN
A fao@ erreparieas.Coillil
o : ntTac ) |} ‘40 sy
Surveyor To: & . 0 Ven aS@ (Gl |G
hB*® x&: medvle] ALY sstof BH2BIAR S B BhC) :

TEL..., 2

certify that the material has been made in accordance with the order and specification.

Manager of material testing section Ha J. S.




