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P/O No. : 122051 = 0o _I
. 4 & 5 9 A DEE®) DONG - A STEEL Cco., LTD.
Date of Issue : 2012. 07. 27. * ice : -
PRODUCTION CERTIFICATE Kamion-cons, Sasanu. Swsan Koren
ZdMus
Certificatate No. : K-12 - 623 T2t * Gwangyang Factory : 1653-12, Taein-dong,
+239.166 MT (+/~10 PCT)ERW Customer : PLESA ANAHUAC Y CIAS., S.A. DE C.V. Gwangyang City, jeonranam~do, korea
M & ¥ SQUARE AND RECTANGULAR
Commodity TUBING ASTM A500 GRADE B =2 X * Busan Factory : 1516-5, Dadae—dong,
Shipper : Saha-gu, Busan, Korea
HE 7
Spec. & Type : ASTM A 500 GRADE B * Seoul Office : 507-1, Sihwa Industrial Complex 2ma,
Jungwang—-dong, Siheung City, Gyeonggi, Korea
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?“iczhg)a ness Le(r’\l/lg)th Pr(oLc;ltJ?\ltoN)cx Cr)::y— Length v.p TS £l BeTnedslpg Fla_}_teesntlng TrSeuar;z:](Zt Chemical Composition (Max.) (i-(l;eil]t [\T:.) Remarks
(Inch) : (ft) (MPa) (%) C Si Mn P s )
317 400 23 0.300 - = 0.045 0.045
4x 4 0.188 40 JJFO7G2AF060 8 320 331 466 25 - Good Oiled 0.1788 0.011 0.322 0.0129 0.0041 SR82303
4x 4 0.188 40 JJFO7G2AF059 25 1,000 331 466 25 - Good Oiled 0.1788 0.011 0.322 0.0128 0.0041 SR82303
5x 5 0.250 40 JJG12G1AF018 96 3,840 342 446 24 - Good Oiled 0.1706 0.016 0.267 0.0127 0.0028 SR82319
5x 5 0.375 40 JJG11G2AF033 48 1,920 328 457 24 - Good Oiled 0.1718 0.015 0.431 0.0147 0.0026 SR82302
6x 4 0.188 40 JJG13G2AF023 144 5,760 331 466 25 - Good Oiled 0.1788 0.011. 0.322 0.0129 0.0041 SR82303
6x 4 0.250 ’ 40 JJG16G1AF006 2 80 342 446 24 - ‘ Good Oiled 0.1706 0.016 0.267 0.0127 0.0028 SR82319
6x 4 - 0.250 40 JJG13G2AF046 72 2,880 342 446 24 - Good Oiled 0.1706 0.016 0.267 0.0127 0.0028 SR82319
6x 4 0.375{ "40 JJG16G1AF019 72 2,880 328 457 24 - Good Qiled 0.1718 0.015 0.431 0.0147 0.0026 SR82302
6x 6 0.188 40 JJF29G1AF036 81 3,240 342 446 24 - Good Oiled 0.1706 0.016 0.267 0.0127 0.0028 SR82319
8x 4 0.188 40 JJGOB6G1AF005 120 4,800 331 466 25 - Good Oiled 0.1788 0.011 0.322 0.0129 0.0041 SR82303
8x 4 0.250 40 JJGO6G2AF038 84 3,360 342 446 24 - Good Oiled 0.1706 0.016 0.267 0.0127 0.0028 SR82319
8x 4 0.313 40 JJGO9G1AFO009 48 1,920 334 465 25 - Good Oiled 0.1881 0.021 0.292 0.0163 0.0033 SR82231
8x 8 0.375 40 JJF25G1AF005 |- 3 120 342 448 24 - Good Oiled 0.1706 0.016 0.267 0.0127 0.0028 SR82319
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T ) We hereby certify that the material has been made in accordance with the order and specification.
' Manager of material testing section Ha J._ S.




