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Certificatate No. : K-16 — 58 m_w 2 7t . PLESA ANAHUAG *%im:emzno_u.ﬂmﬂwé : SmmLam_ .ﬁmm_:lacsm_
M = oo ustomer : Y CIAS S.A. DE C.V. wangyang City, jeonranam—do, korea
Commodity : CARBON STEEL PIPE = 2 A} * Busan Factory : 1516-5, Dadae—dong,
Shipper : Saha—gu, Busan, Korea
HE 77
Spec. ASTM A500 Gr.B_(REV. 2010 ) * Seoul Office : 507-1, Sihwa Industrial Complex 2ma,
Jungwang-dong, Siheung City, Gyeonggi, Korea
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290 400 23 0.300 = = 0.045 0.045
100 x 200 | 9.530 6.0 [JAH25P51EO122| 84 504 | 309 481 27 = Good Qiled 0.1683 0.010 0.485 0.0111 0.0045| SQ11108
125 x 125 | 9.530 6.0 | JAIO2P51EO027 | 160 960 | 292 455 28 Good Qiled 0.1787 0.007 0.455 0.0095 0.0069 | SP63230
125 x 125 | 9.530 6.0 | JAID2P51EOQ019 13 78| 292 455 28 = Good Oiled 0.1787 0.007 0.455 0.0095 0.0069 | SP63230
150 x 150 | 9.530 6.0 |JAID4P51EQ076| 228 1,368 | 309 481 27 = Good Oiled 0.1683 0.010 0.485 0.0111 0.0045| SQ11108
150 x 150 | 7.940 6.0 |JAID4PS1EQ0S6| 168 1,008| 309 481 27 . Good Qiled 0.1683 0.010 0.485 0.0111 0.0045 | SQ11108
150 x 150 | 7.840 6.0 | JAIO4P51EO053 4 241 309 481 27 = Good Oiled 0.1683 0.010 0.485 0.0111 0.0045 | SQ11108
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We hereby certify that the material has been made in accordance with the order and specification.
Manager of material testing section JOO G.U.




