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MILL CERTIFICATE Kamjon—dong, Sasang-gu, Busan,Korea
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Certificatate No. K—-—10 - 164 == b _ PLESA ANAHUAC Y CIAS, SA DE CV., * Gwangyang Fact_ory 1653-12, Taein—dong,
Customer : Gwangyang City, jeonranam—do, korea
| Z o 320 MT ERW TUBING ASTM
Commodity : A500 GRADE B = = &t * Busan Factory: 1516-5, Dadae-dong,
Shipper : Saha—gu, Busan, Korea
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Spec. & Type . ASTM A 500 Gr.B * Seoul Office : 507-1, Sitwa Industrial Complex 2ma,
Jungwang-dong, Siheung City, Gyeonggi, Korea
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Thick- Total Tensile Test (Min.} . o 4] 1
Size ness Length Product No. Qua-— Length Yp T8 E‘ L Bending | Flattening Surface Chemical Compesition (Max.) Heat No. Remarks
(Inch} (nch) {ft) {Lot No.} ntity ) (MPa) (%) Test Test Treatment c . v b s {Coil No.)
317 400 23 0.300 - - 0.045 0.045
4 X 4 0.188 40 JGK24G1AFO0E 180 7,200 330 441 37 - Good Qiled 0.1456 0.008 ‘0.561 0.0123 0.0053 SP34262
4 X 4 0.250 40 JGLZ2BG1AF045 270 10,800 325 443 24 - Good Qiled 0.1606 0.008 0.746 0.0118 0.0043 SP33807
4 X 4 0.250 40 JGL29G1AGO01 8 320 325 443 24 - Good Qiled 0.1606 0.008 0.746 0.0118 0.0043 SP33807
¢l X4 0.188 49 JGLOBGTAFQ13 156 6,240 330 441 37 - Good Qiled 0.1456 0.008 0.561 0.0123 0.0053 8P34262
6§ x 4 |0.250 40 JGL14G1AF080 216 8,640 | 325 443 24 - Good Oiled [0.1606 0.008 0.746 0.0118 0.0043 SP33607
5] X 4 0.250 40 JGL15G1AFC0S 9 360 325 443 24 - Good Olled 0.1806 0.008 0.746 0.0118 0.0043 SP33607
3} X B 0.250 40 JGL23GTAFO32 243 9,720 325 443 24 - Good Oiled 0.1606 0.008 0.746 0.0118 0.0043 SP33607
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We hereby certify that the material has been made in accordance with the order and specification.

Manager of material testing section KIM J. H.




