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COMMODITY E.R.W STEEL PIPE mm H M.W)I m._”mm_ M.“u-._u CUSTOMER DUFERCO SA
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SPECIFICATION : ASTM A500 B(2003A) HEAD OFFICE ; BONGNAE-DONG 1GA, JUNG-GU, SEOUL, KOREA SHIPPER _:  SEAH STEEL CORP
POHANG PLANT ; 14-1, JANGHEUNG-DONG, NAM-GU, POHANG
HEAT NO. ﬂ_ﬁm 2 8 2 % 2= QUANTITY ) ha
NO. | (BATCH NO.) [ ORDER SIZE 2 % 7 o] FZFM/T) REMARK
*1 o PCS TOTAL LENGTH WEIGHT
1| (praaon| BE 2 x12 x035 ¢ x40.000F / 03 ¥~ a1w.000FT|  108.644|
! ik ! : y
2 | (praoooeaoe)| BUE 12 X 12 X 0.500 * < X 40.000 FT 185 | /7,400,000 FT|  255.337| -
- 5063591 - h =
3| (E162005303)] BE 16" X 16" X 0.375 \x 40.000 FT 184 | ~  7,360.000 FT 262.310] s
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TEST ~|{TT|L{H|OJEA[E|{R|R|IL|LIEL TEST (Gage Length : 50mm) (T)  |uaro-| HEAT | PROTECTIVE
; D SR la] g 5 SCI L I [ g NESS | TREAT| COATING &
HEAT NO sec| R | = R e| D ; D | TENSILE | YIELD | E.L |ENE-|SHEAR TEST | MENT | LINING
{RIT{AN|T|K pE|T|T|H]|1|G]|RT]|¥EIGHT OF clsifum|P|s CEQ : R y
: u &§0|1 Ls I c.S|ALk| L 2 3 % THICK],
L N[N ol M N . . NESS ” -7 |
T a2 G N |cAuss| =3 G 4|45 |6 *7 «g [s9] PSI Psi 1410 flould % |% | *11
71& MAX | 30 45! 45 | :
SPEC i MIN 58030 | 45040 | 23
1| ©630905 G H |16] 478 [15]12
(E162005301) p L| 67130 | 48210 |29.3
2| 630906 G Hol17] 3| 78 |14 12
(E162005302) P L| 74100 | 51630 | 28
3| soe3s01 G H ls| 1] 85 |[13] 7
(E162005303) p L| 75380 | 51200 |27.7
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P . TWE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE " TR Dt
urveyor - SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTABLE. i anager of Q.M Dept.
. THE USE OF THE MATERIAL OUTSIDE THE SPECIFICATIONS INDICATED ON THIS CERTIFICATE MAY CAUSE SAFETY
AND/OR MONETARY PROBLEMS. FURTHERMORE, ANY ORGANIZATION OR PERSON(S) WHO DELIBERATELY MODIFIES
THE CERTIFICATE WILL BE PROSECUTED FOR FORGING AN OFFICIAL DOCUMENT mg*ﬂ ’ i
(ACCORDING TO THE PROVISIONS OF THE CRIMINAL CODE 231) WL




