CGERTIFICATE NQ

© HIE2013-130 PAGE: 1
DATE OF ISSUE = 45 03, 2013
L/CNO (PIONO) & ¢ 73680610301949

MILL TEST CERTIFICATE

COMMODITY

ERW STEEL STRUCTURAL TUBING

CUSTOMER * FoRTACEROD SA DE GV

HISTEEL CO., LTD.

40,5-3‘10

TRCHON PLANT BSBLDCK 4L0T, BOZANDOKG, NAMOONG-KU,

TEL : (W;Blg 6385-8

FAX ¢ (032)815-6389 AR -5
SEQUL OFF ICE

57-B, CHUNGMU-RD 3-GA, JUG-KY . SEQUL.
KOREA
TEL @ (02)2273-2141-2

) PN Fav. (02) 22132157
SPECIFICATION ASTM AS00 GR.8
TENSILE TEST 1WPACT TEST

— CHEMICAL COMPOSITION S

OF DIHENSION QUAN-|  WEIGHT

PIPE TiTY TBSILE EHERGY REMAAK
END | COUTDIA. s THICK. > LENGTH) IR N - 8 P T T S I B S EVO I VR D cef u {cealpou ' (Ha-

[ i DNESS)

e 8 %6 _ i xeaval X1 [ X2 [ x3 |

i w2 E3 . PS| K |8l x100 %1000 %1000 X 1000 X1000 JOULE

BPE |NB| 10°X10"X0.250°X40' | 552| 326,404 | Sneasaz |46.977 645211 25 | W17 | 2 [ 17 {13 2
| 8PE [NB| 10°%10° X 0.312" x40 | 143 108.445| sA336es [47.267) 66.018) 27 |H | 17| 2 | 17 |13 ] 2

BPE [NB| 10'X10° X 0.500" X d0' | 28§ 29,449 | sA93777 |4e.587| 70,320] 25 | H| 17 | 3 | 20 | 11 2

BPE INB| 4°X4"X0.375" X40' | 648| 203.041| SAgaes? 46,107 652460 26 {H{ 17| 3 {17 |12] 2 |

BPE [NE{ 6°X4"' X 0.376" X 40' 78 31.668| SRO3577 [47.267| 65.248] 23 [N | 18| 2 | 18 | 16 2

BPE {NB| 6'%6' X 0.187° X40' | 552| 145,368 SAS3463 153,502 68,001/ 37 || 16| 2 | 17 |18 2

BPE [NB| 6'X6'X0.187°X40° | 419| 110,342] snodees |47 547 67276/ 36 |H| 17| 2 | 17 |12} 2

BPE INB| §°X6"X0.250" X 40" | 207 102.475| SRo3648 48,282 64.956) 26 [+ | 17| 2 | 19 | 18] 2
| BPE INB| 6'X6"x0.250"X40' | 648| 223,582 savaros |49.1s2 67424123 |H |17 ] 2 |18 | 8 | 2 i

BPE [NB| 6°X6" X 0.375° X 40" 84 41887 SRe3635 |45,252| 63,798 25 [H[ 17| 2 | 18 [ 14| 3

BPE [NB| 6'X6" X 0.500° X40' | 280| 178.222| sngass: 48,397| 65.826) 24 [H| 17 | 2 [ 10 |11 2

#9 10 Fu %12 =13 14 215 6 17

P.S. & VISUAL %E%mensmu FLATTENING (8) TEST | WELD QUCTILITY TEST WNDES{RL&'CH\)IE TEST ORIFT TEST FLARING TEST CAUSH TEST AEVERSE FLATTENING TEST
¥
GOQOD |

NOTE PELIR of End

G c”:“ ’:P‘_ e B T ) 2 NB:Norminal Bore, OD Outside Diameter £ 3 Unit (Manm, iney

2 a tain €n Squers«:u ’ al v‘dnlzad in End SQUE"E"fl_'l + 54 Unit (M:Meler, F-Feed, Linch) =25 G:Good £ 6 Dase Metal

. Bi EB Blads Plam El‘vd Bevataa : GPEB: Gal\(a.nlzl?d Plaln End Sevaleﬁ . TW:Wald Padt ) * 8 HiHeal (Ladle) Analysis | P.'Produclmafyk:s

BTC :Black Threaded & Covpied GTC Gahvanized Threaded & Coupled 1 9 POST SEAM ANNEALING 10 Visual & Dimension Test <71 Flatteing or Banding Test

BV :Black Vic.lauhc Joint GV :Galvanized Viclaulic Jornl £112 Weld Ducillity Test 13 Nondestruciive Test 214 DAR Test

_ETC :Enameied Threaged & Courled %15 Flaring Test - 16 Caysh Tes! 17 Reverse Fiatianing Test L
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