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A l 0 $ 9 E  
P/O NO. : 102037 

A) 3 Al 
g h  g 21 

DONG-A STEEL CO., L' 
Date o f  lssue : 2010. 11. 13 QUALITY CERTIFICATE * Head Off ice : Rm 405 Woo Chang Bidg 152-2 

Kamjon-dono, Sasano-ou. Busan,Korea 
a ~ d ~ ~ z  

Cert i f icatate N o .  : K - 1 0 - 5 3 9  f 9 71 /' * Gwanayana Fac to ry :  1653-12, Taein-dong, 
Customer : PLESA ANAHUAC Y ClAS SA DE CV. Gwangyana City, jeonranam-do. korea 

Y1 S % ERW TUBES ASTM A 50/ 
C o m m o d i t y  : GRADE B ? xk Busan Factory:  1516-5, Dadae-dono. 

Shipper  : Saha-gu, Busan, Korea 
XiI% 84 

Spec. & T y p e  : A S T M  A 5 0 0  B * Seoul Off ice : 507-1, Sihwa Industr ia l  Complex 2ma. 
Korea 
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Suweyor  To: 
x j ~ g g  33 34ol ~ 1 ~ s  acystoj z~qot%g% a g s q C t .  

We hereby certify that the material has been made in accordance with the order and  specification. 
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Test 

Y.P T.S E.L 
(MPa) (%) 

317 400 23 

357 487 34 

346 474 33 

357 487 34 

346 474 33 

330 461 26 

346 474 33 

330 461 26 

357 487 34 

346 474 33 

412 456 26 

*+*  B L A  N K A + *  

Manager o f  material testing SeCtiOn KII 

H a 0 1  
Total 

Length 
(ft) 

5,760 

6,840 

4,680 

. 3,600 

1.800 

1,920 

1,440 

3,360 

5,040 

4.080 

3 
Bending 

- 

- 

- 

- 

- 

- 

- 

- 

- 

- 

T I  
Thick- 
ness 
(inch) 

0.188 

0.250 

0.188 

0.250 

0.375 

0.250 

0.375 

0.188 

0.250 

0.313 

g S A l 3  
Flatlening 

Test 

Good 

Good 

GOod 

Good 

Good 

Good 

Good 

Good 

Good 

Goad 

Jungwang-dong. Siheung City, 

at 9 3 S(%) 
Chemical Cornpasition (Max.) 

C Si Mn P S 
0.300 - - 0.045 0.045 

0.1677 0.033 0.310 0.0180 0.0065 

0.1750 0.019 0.358 0.0164 0.0060 

0.1677 0.033 0.310 0.0180 0.0065 

0.1750 0.019 0.358 0.0164 0.0060 

0.1686 0.015 0.341 0.0117 0.0037 

0.1750 0.019 0.358 0.0164 0.0060 

0.1686 0.015 0.341 0.0117 0.0037 

0.1677 0.033 0.310 0.0180 0.0065 

0.1750 0.019 0.358 0.0164 0.0060 

0.0367 0.013 0.533 0.0108 0.0061 

-. 

E5LrEH 
Surface 

Treatment 

Oiled 

Oiled 

Oiled 

Oiled 

Oiled 

Oiled 

Oiled 

Oiled 

Oiied 

Oiled 

YO1 
Length 

(ft) 

40 

40 

40 

40 

40 

40 

40 

40 

40 

40 

Gyeonggi. 

Xil 23 el 
Heat No. 
(Coi1 No.) 

SR57855 

SR58200 

SR57855 

SR58200 

SR58005 

SR58200 

SR58005 

SR57855 

SR58200 

SR58301 

Xil S* fr 
Product No. 

(Lo1 No.) 

JHJl3G2AF006 

JHJ25GlAF0.57 

JHJ26G2AFOOl 

JHJ27G2AF001 

JHJ27GlAFOlO 

JHKOZGIAF031 

JHK02GIAFOl2 

JHKOGGlAFOl3 

JHK04G2AF073 

JHKOBGZAFOI3 


