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Kamjon-dong, Sasang—-gu, Busan,Korea
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Certificatate No. : K- 06 - 554 =27t _ PLESA ANAHUAC Y CIS.A. DE C.V. * Gwangyang mmﬁ.oa\ 1 1653-12, Taein-dong,
Customer : Gwangyang City, jeonranam-do, korea
H| = e ERW STEEL STRUCTURAL TUBING
Commodity : ASTM A 500 GRADE B F 2 X * Busan Factory : 1516-5, Dadae-dong,
Shipper : Saha-gu, Busan, Korea
HE 72
Spec. & Type : ASTM A 500 Gr.B . _* Seoul Office : 507-1, Sihwa Industrial Complex 2ma,
§ Jungwang-dong, Siheung City, Gyeonggi, Korea
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{Inch) (Inch) (#) (Lot No.) ntity (1) (MPa) (%) . Test Test Treatment e m__ - 2 " (Coil No.)}
N7 400 23 0.300 = = 0.045 0.045
-6 MR 0.188 40 JDHO4G2P5011 56— 2,240 392 443 35 - Good Qiled 0.0346 0.010 0.526 0.0137 0.0035 SAR11597—
-G b | 0.188 40 JDI18G2P5060 52+ 2,080 416 470 34 - Good Oiled 0.0478 0.014 0.557 0.0118 0.0048 SA11832=—
- x B 0.250 40 JDH25G1P5011 14 4m= 5,760 392 443 35 = Good Qiled 0.0346 0.010 '0.526 0.0137 0. 0035 ~SRA11597~
-6 x 6 0.375 40 JDG13G1P5009 102+ 4,080 356 446 26 = Good Oiled 0.0571 0.010 0.534 0.01186 0.0051 SR11797
-8 I | 0.188 40 JOH30G2Ps022 90~ 3,600 416 470 34 = Good Oiled 0.0478 0.014 0.557 0.0118 0.0046 »SR11832~
“8 x 4 [0250| 40 | JDH25G2P5003 72| 2,880 | 332 444 28 - Good Oiled [0.1625 0.012 0.334 0.0096 0.0034 SR1640%=]
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We hereby certify that the material has been made in accordance with the order and specification.
. Manager of material testing section KIM H. 3.




