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Certificatate No. : K- 07 - 366 = 2 7} PLESA ANAHUAC Y CIAS SA DE CV * Gwangyang Factory : 1653-12, Taein-dong,
) Customer : N Gwangyang City, jeonranam-do, korea
b = = 340.504 MT ERW SQUARE
Commodity AND RECTANGLES TUBES
ASTM A500 GR B. = 2 A ! * Busan Factory : 1516-5, Dadae—-dong,
P il Shipper : il Saha-gu, Busan, Korea [
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Spec. & Type : ASTM A 500 Gr.B . * Seoul Office : 507-1, Sihwa Industrial Complex 2ma,
? Jungwang-dong, Siheung City, Gyeonggi, Korea
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Slze Length Product No., Qua- : Bending | Flattening Surface Chemical Composition (Max.) Heat No. _
(Inch) =l o) (Lot No.) ntity Lonaih §oW0 XN L Test Test Treatment (Coil No.) Fem
(Inch) (ft) (MPa) (%) 1 ke S Mn P s ;
317 400 23 0.300 = o 0.045 0.045
2 X P 0.120 40 JEE21F1ZZ001 392 15,680 354 462 3 - Good Qiled 0.0378 0.014 0.329 0.0094 0.0034 SR22579 . CREDIT NO :
2 - O |11 T o] 40 JDJ2152TMO14 160 6,400 | 402 453 35 - Good Oiled |0.0388 0.012 0.542 0.0107 0.0031 SR07654 [DC MXHO71t
v 27 acikep ) lies e 40 JEE21F1Z2Z001 392 15,680 | 354 462 32 - Good - | Oiled [0.0378 0.014 0.329 0.0094 0.0034 SR22579
| 2 it o e el 40 JEE24F122001 50 2,000 | 405 450 ag - Good Oiled [0.0338 0.019 0.584 0.0147 0.0038 SR0O8541
2 Xx 2 |0.165 40 JEFO1F122016 6 240 | 405 450 38 - Good Oiled |0.0338 0.019 0.584 0.0147 0.0038 SROB541
4 X 4 0.250 40 JEE30G1P5032 675 27,000 345 454 27 - Good Qiled 0.1678 0.024 0.312 0.0209 0.0030 SR28074
4 w2l 10188 40 JEE14F122002 240 9,600 | 342 449 28 - Good Oiled |0.0555 0.021 0.298 0.0109 0.0026 SR22551
.m X 4 0.188 40 JEE26G1P5019 168 6,720 378 437 38 = Good Qiled 0.0526 0.018 0.543 0.0162 0.0025 SR11658
R x 4 0.188 40 JEE28G1P5062 10 400 378 437 38 - Good Qiled 0.0526 0.018 0.543 0.0162 0.0025 SR11658
| m X 8 [0.188| 40 | JEE18G2P5025 30 1,200 | 328 489 a3 - Good Oiled |0.1762 0.021 0.305 0.0141 0.0026 SR22354
5 6 % - B 0.188 40 JEE15G1P5012 189 7,560 342 449 28 = Good Qiled 0.0555 0.021 0.298 0.0109 0.0026 SR22551
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i We hereby certify that the material has been made in accordance with the order and specification. .
Manager of material testing section KIh




