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       CHEMICAL ANALYSIS                   MECHANICAL PROPERTIES

Serie  / Producto / Descripción del Material / Rollo / Colada / Tensión / Cedencia / Elongación / Estandar / Prueba de Aplastamiento
ID Product Material Description Coil Heat %C %Mn %P %S Tensile (ksi) Yield (ksi) Elongation (%) Standar Flattening Test

1611489 H080040122025B5 HSS 08 " X 08 " 3A179430CS400 440375001 0.191 0.65 0.014 0.004 69.8 58.3 27.8 A500 GradoB —
1611475 H080040122025B5 HSS 08 " X 08 " 3A177560CS401 451877012 0.181 0.716 0.008 0.014 65.8 53.8 27.5 A500 GradoB —
1611432 H080040122025B5 HSS 08 " X 08 " 3A179430CS400 440375001 0.191 0.65 0.014 0.004 69.8 58.3 27.8 A500 GradoB —
1611450 H080040122025B5 HSS 08 " X 08 " 3A179430CS400 440375001 0.191 0.65 0.014 0.004 69.8 58.3 27.8 A500 GradoB —
1611445 H080040122025B5 HSS 08 " X 08 " 3A179430CS400 440375001 0.191 0.65 0.014 0.004 69.8 58.3 27.8 A500 GradoB —
1611469 H080040122025B5 HSS 08 " X 08 " 3A177560CS401 451877012 0.181 0.716 0.008 0.014 65.8 53.8 27.5 A500 GradoB —
1611435 H080040122025B5 HSS 08 " X 08 " 3A179430CS400 440375001 0.191 0.65 0.014 0.004 69.8 58.3 27.8 A500 GradoB —
1520884 H060060122018B5 HSS 06 " X 06 " 3A156838CS400 372588011 0.1 0.716 0.009 0.014 68.4 59.2 26 A500 GradoB —
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