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FLM-005-7 (CLIENTE: PLESA ANAHUAC Y CIAS. SA. DEC.V. NUMEROD PTM-5594-2008
b : PROCARSA, SA. DEC.V. CERTIFICADO DE CALIDAD (CUSTOMER: NUMBIR
= DE PRUEBAS FISICAS-QUIMICAS PEDIDO CLIENTE /P.0. NiA
P PEDIDO INTERNO / LO. —.Sn.;
2 QUALITY CERTIFICATE OF TEST PRYSICALS-CHEMICAL PARTIOA (5) DATE  JUNIO 29, 2008
o ITEMS NJA
TAMARO ESFESOR DL FARED GRADO : PRESION HIDROSTATICA:
{s1ZE:  N/A WALL THICKNESS N/A GRADE : N/A HIDROSTATIC TEST: N/A-
PRUERAS DE TENSION ANALISIS QUIMICO % EN PESO
TENSILE TEST CHEMICAL ANALVSES PERCENT WEIGHT
LIMATE ELASTICO ULTHEA TEMEFON
raxTis | NuMeRoeeTA | corana | vEnDsTRENGTE | TEMmLE sTRRwOTM) % ronc| Lour [ Mn P S Ch v Ti Si Cu Al Ca Cr Ni Mo N Ceqg
MM BESCRIFTION LLI.W__: (P51} (E5L) o YT ]
1 8B-1 Lc| 179744 51 565 63 538 35 | 081 | 0124 | o081 0.013 | 0.007 - - el 0288 | 0.010 0.032 | 0.0015 | 0030 | 0020 - -
5 2 2-3 Lc| 181108 52 304 64 343 3 | 081 | 0121 | 080 0.022 | 0.004 - - - 0306 | 0.020 D028 | 00015 | 0030 | 0020 - -
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PARTIDA DIMENSIONES GRADD PARTIDA No. PEDIDG

ITEMS SIZE GRADE ITEM P.O.
= 1 & XB"X0375 ASTM AS00-B 93247-50 1582
< 2 12" X 12 " X 0.375" ASTM AS500-8 93803-30 1582
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S |CERTIFICAMOS QUE L TUBERIA AQUI DESCRITA CUNMPLE Y HA SIDO WE CERTIFY THE PIPE ABOVE MENTIONED ACCOMPLISH AND HAS
& |FABRICADA, MUESTREADA, PROBADA E INSPECCIONADA DE ACUERDO  |BEEN MANUFACTURED, SAMPLED, TESTED AND INSPECTED IN :
= |CONLOS REQUISITOS APLICABLES DE LA ESPECIFICACION: ACCORDANCE WITH APPLICABLE REQUIREMENTS OF SPECIFICATIONS:

W : 10 PEREZ
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