INVOICE NO.:
CONTRACT NO.:
APPLICANT.:

DOSCO AMERICA INC
19401 S. VERMONT, AVE
SUi 106

TORKANCE, CA 90502

SHANDONG YUDING COLD-FORMED SECTION CO., LTD.

LONGTAN EAST ST. HI-TECH DEVELOPMENT ZONE,LAIWU CITY, SHANDONG 271100,CHINA
MILL TEST CERTIFICATES

102?96
102049C

TEST CERTIFICATE 102/9,49(5

DATE: JUNE 20, 2011
L/C NO.: M925769. -

DESCRIPTION OF GOODS: -

40.206 MT ERW TUBES ASTM A 500 GRADE B
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SIZE(NCHES) X WALL TOTAL CHEMICAL COMPOSITION (%) MECHANICAL PROPERTIES
THICKNESS(INCHES) X NonBER BT | PIECE sl c y N o S YIELD | TENSILE | ELONG.
LENGTH(FEET) COUNT n ! (Nmm?) | (N/mm?) (%)
12" x 8" x 0.250" x 40' H103-00427 28 56 33.123 0.16 114 | 0.28 | 0.014 | 0.008 385 505 26
12" x 12" x 0.313" x 40' ) H102-00394 4 8 7.083 017 | 1.21 0.30 | 0.019 | 0.015 400 520 25.5
TOTAL: 32 64 | 40206 N RN RO USaL L
ORIGIN CHINA

A
{

A

Ky AT




