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1480 Bukhusanup-Ro, Songak-Eup, Dengjin-Si, Chungnam, Korea
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Order No. :F200100191
& o ’ :HOT ROLLED STEEL PLATE 2 A :PLESA STEEL wmmi Ha 1 20200401-PS-013-001
Commodity Customer Certificate No.
MEdA : ASTM A572-50/A709-50 TEA . YUNDAI CORPORATION gelelat : 2020-04-01
Specification Contractor Date of Issue
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* Position — T:Top, M:Middle, B:Botlom

* Tenslle test - Direclion:Transverse, Gauge length:200mm (Rectangular), YP Mid : 2 (0.2% off-set),5 (0.5% underload), U (Upper vield point), L (Lower yield point)
* Division — P:Producl analysis, L:Ladle analysis
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« The plate is fully killed and fine grained steel. Basic oxygen process and Vacuum degassing process were applied.* This Mill Test Certificate is issued in accordance with EN 10204 Type 3.1
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WE HEREBY CERTIFY THAT THE MATERAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE ABOVE SPEGRCATION AND THE REQUIREMENTS
(Chief Of Qualty Assurance Team
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* This Mill Test Certificats is o copy that hss been printed from crigingl electronic documsnt{with digital signing}.
You are able to check an original electronic document at hyundaistecl's customer portal.( http://smhyundai—stecl.com/cs/cin/logi 1jsp} % GRcoda scanner App @ ‘GReal’
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# [Caution for Use] Damage on products and safely problems may arise If used other than to the spec stated in this-Mill Tast Certification,
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) Tersie Test Chemical Compostion(26) 3 S
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Dimensi Qaniy| () | HetMo. | RodwtNo. 15 o | 35 | @ |ven| ma E%WO simlpls|o|n|olmmwfMn|v|™
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(Nt} (%) (%) | (&) | (%) 4 3 3 4 4 2 2 3 2 3 3 3 3
22.23 x 1829 % 6006 1 1,946 | R42930 FB72138205 T {4256 571.5| 27 u L |1.674] 357 |1341) 137 | 27 3 9 |0 19 - 19133
P 11,747 367 |1.330| 123] 25 3 8 7 0 19 2 20| 32
22 23 x 1829 x 6096 1 1946 | R42930 FB72138302 T 4256|5715 27 u L |1,674] 357 |1,341| 137 | 27 3 917 0 19 2 19 | 33
P |1,747] 367 |1.330] 123 | 25 3 8 7 0 19 2 12| 3
2223 x 1820 X 6006 1 1,946 | R42930 FB72138303 T|4256|571.5| 27 U L [1,674] 357 |1,341| 137 | 27 3 9 % 0 9] 2 191 33
P 11,747] 367 [1,330| 123 | 25 3 8 7| o 19 2120 32
22.23 % 1829% 6096 1 1,946 | R42030 FB72138304 TJ4256]|5711.5| 27 u L |1,674] 357 |1,341| 137 | 27 3 9 B 0 19 2 19133
P |1,747] 367 [1,330| 123 | 25 3 8 77 0 19 2 20 ] 32
2223 %1828 x 6056 1 1946 | R42930 FB72138305 T 4256 571.5| 27 u L |1.674| 357 |1,341| 137 | 27 3 9 76 0 19| 2 191 33
P [1,747] 367 |1,330] 123 | 25 3 8 v 0 ] 2120 32
22.23 x 1829 % 6096 1 1,946 | R42930 FBr2138306 T|4256]|571.5| 27 u L |1,674] 357 [1,341| 137 | 27 3 9 w0 19 2 19 | 33
P |1,747]| 367 |1,330| 123 | 25 3 8 | 77 0 19 2 20 | 32
o+ SUbTol(035) +++ 14 27,244(Kg)
+++ Condtion of supply : As-Rolled #+
« Position — T:Top, M:Middle, B:Bollom
* Tensile tesl - Direction:Transverse, Gauge length:200mm (Rectangular), YP Mtd : 2 (0.2% off-set},5 (0.5% underload), U (Upper vield point), L {Lower yield point)
N [* Division — P:Product analysis, L:Ladle analysis
(6]
T
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* The plate is fully killed and fine grained steel. Basic oxygen process and Vacuum degassing process were applied.+ This Mill Test Certificate is issued In accordance with EN 10204 Type 3.1
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WE HEREBY CERTIFY THAT THE MATERAL HAS BEEN MADE AND TESTED IN ACOORDANCE WITH THE ABOVE SPECIRCATION AND THE REGUIREMENTS

Chiel Of Qualty Asstrance Team
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* This Mil Test Certificata is a copy that has been printed from eriginal electronic documznt(with digital sioning)

You are able to check an nal electronic document al hyundaisteel's customer portal { http://sin.hvundai-steel.con/cs/cm/toginjsp) # QRcode scanner App © 'OReal’
* [ATSA FOUAY] & AMNBSYMO| YIS 72 9 AIZA HEES U OFHA RHI| MM & oEUC
# [Caution for Use] Damaga ok preducts and safely problems may arise if used other than Lo tha cpec stated in this Mil Test Cerlification.
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