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Ot No. :F200100191
= s DA} ZojM Bls
. . HOT ROLLED STEEL PLATE = :PLESA STEEL S S : 1-PS-012-010
Commodity Customer Certificate No. 26200401-P8
HEAY z2xl ursl o) x}
o . I ASTM A36 = T HYUNDAI CORPORATION 3 -04-
Specification Contractor ORATIO Date of lssue 2020-04-01
Lol Ll 2: ASEm_mca_ 000
= o Tershe Test Chemical Compostion(%) A s
HIERI4 o2 | 28 |w2ws| wEas |9 IO beiclesing
Fmension o =
om QI () | Hertho- | PodaNo- 15t o | 15 | @ [ves| Ra | R | yp glcls | p|s|oafnfaim|oln|yv| 5o
vid B
(N/n) (%) | (o) | () | (0) S[aa|a|a|al2|2]|3|2|3]3|3]|3]3s
15.88 x 2438 x 6026 1 1,853 | R43147 FB72053101 T 3137] 4723 31 U L |1,584] 214 | 984 | 164 | 44 3 i 31 0 2 2 0 34 (1,922
Pl1624] 208 | 954 | 165 | 48 3 1 32 0 2 2 1 35
15.88 x 2438 x 6096 1 1,853 | R43147 FB72053102 T1313.74723] 31 U L |1.664] 214 | 984 | 164 | 44 3 1 31 0 2 2 0 34 |1,922
P |1624] 208 | 854 | 165 | 48 3 1 3210 2 2 1 35
15.88 x 2438 x 6096 1 1,853 | R43147 FB72053103 T|313.7] 4723 31 u L |1,564] 214 | 984 | 164 | 44 3 1 31 0 2 2 0 34 1,922
P (1624 208 954 [ 165 48 | 3 1 (3]0 2 2 1 35
15.88 x 2433 x 6096 1 1,853 | R43147 FB72053104 T1313.7]4723| 31 U L [1,564] 214 | 984 | 164 | 44 3 1 31 0 2 2 0| 34 [192
P |1,624] 208 | 954 | 165 | 48 3 1 32 0 2 2 1 35

*x SupTold(006) x=* 4 7.412(Kg)
#++ Condiion of supply - As—Rolisd ##+

+ Position — T:Top, M:Middle, B:Bottom
« Tensile test — Direction:Transverse, Gauge length:200mm (Rectangular), YP Mtd : 2 (0.2% off-set),5 {0.5% underload), U (Upper yield point), L (Lower yield point)

* Division — P:Product analysis, L:Ladle analysis

m—CZ

* The plate is fully killed and fine grained steel, Basic oxygen process and Vacuum degassing process were applied.= This Mifl Test Certificate is issued in accordance with EN 10204 Type 3.1

Signature
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WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE ABOVE SPEGFICATION AND THE REQUIREMENTS
Chief Of Quatly Assurance Team

SME 2HHQ HURMHAMY 8B L)2HE 88 MBYUL, MM HEE M AMFDOA ISty £ UEUCH (httpi/fembyundali—steel.com/cs/cm/login, Jsp) "
# This Ml Test Certificate is 8 copy that has been printed from original elzctronic documant(with digital sign'ng).
You are able to check an orininal electronic document at hyundaisteel's custemer portal{ httpi//smhyundai—steel.com/cs/em/iooin.jsp) # QRcode scanner App | 'CResl’
# [M82) FOjAlE) B YASAAMY UJNIE 72 2] AFBAl MESEA Q) OrMAr R0 wAE £ olgud,
# [Cautlon for Use) Damage on products and safety problems may erlse If used other than to the spec stated in this Mil Test Certification,




