U_m_ >_. .wuln nn_nw_ >._ HYUNDQRAI
MILL TEST CERTIFICATE STEEL

SUMHL: Y SR $US S8MY

Ta ouv

1480 Bukbusanup-Ro, Songak-Eup, Dangjin-Si, Chungnam, Korea
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#++ Qb Tor(04d) ++» 4 22,232(Kg)

##+ Condtion of supply : Controled Raing (Nomalzing Roling).

+ Position — T:Top, M:Middle, B:Bottom
+ Tensile test - Direction:Transverse, Gauge length:50mm {Round), YP Mtd : 2 (0.2% ofi-set),5 (0.5% underioad), U (Upper yield point), L {Lower yield point)

« Division - P:Product analysis, L:Ladle analysis
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+ The plate is fully killed and fine grained steel. Basic oxygen process and Vacuum degassing process were applied.* This Mill Test Certificate is issued in accordance with EN 10204 Type 3.1
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WE HEREBY CERTIFY THAT THE MATERAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE ABOVE SPEQIFICATION AND THE REQUIREMENTS - hd
[Chief Of Qualty Asstrance Team
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* B HASYUAME HEY UREMTAMY S8 ENRFE A3 MEYUD, HARMY USE BUNE DWTLHUM AUSY £ UG UCH(http://smhyundai—steel.com/cs/cm/login.jsp)
* This Mill Test Certificate is a copy that has been printed from original electropic documant{with digita! signing).
You are able to check an original electronic document at hyundaisteel's customer portal{ http://sm.hyundai—steel.com/cs/cm/login.jsp) * QRcoda scanner App : ‘QReal’
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# [Caution for Use] Damage on products and safety problems may arise if used other than to the spec stated in this Mill Test Certification.




