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AL 1 ASTM A36 HYUNDAI CORPORATION = 1 2020-03-30
Specification Contractor Date of Issue 020-05-3
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o i o Tersie Test Chemical Composition(%) 4% 10000 5% 100,000
HIEE| 5 G- sﬂmﬂ HaHE HEHE g sl AT
' % bS8 1 £ [
AN QR (i) | Heato- | Pradalo 18} vp | 15 [ e ma | m | yp el | s|{m|p|s|a|n|alm|w|n|v| o
Ned i
(N/eed) (%5) %) (%5, 95) m 4 3 3 4 4 2 2 3 2 3 3 3 3 3
88.9 x 1829 x 6096 1 7,782 | RA28G8 FC19237801 T]269.5]|5000| 25 2 L [1,760] 247 |1,054| 122 | 51 3 1 18 o} 2 2 Q 33 (2110
P [1,803] 246 [1,033] 102 | 47 2 1 17 0 1 2 1 3
83.9 x 1829 x 6096 1 7,762 | R42868 FC19237901 T{2695|5000]| 25 2 L |1,760] 247 |1,054] 122 | 51 3 1 18| 0 2 2 0 | 33 |2110
P |1,803| 246 |1,033] 102 | 47 2 1 17 0 1 2 1 33
83.9 x 1829 x 6096 1 7,782 | R42868 FC19238001 T126905]5000| 25 2 L [1,760] 247 {1,054] 122 | 51 3 1 18 0 2 2 Q 33 12110
P |1,803] 246 |1,033] 102 | 47 2 1 17 0 1 2 1 33
88.9 x 1829 x 6096 1 7,782 | R42864 FC19238101 T|271.7] 4850 33 u L {1,751] 240 | 1,016 114 | 58 | 2 1 13| 0 1 2 1 34 | 2067
P |1.854] 246 | 1,023 100 | 54 2 1 12 0 1 2 1 33
sxx SubTotd(021) «+= 4 31,128{Kg)
wex Condition of supply | As—Rolisd ##=
+ Position - T:Top, M:Middle, B:Botlom
« Tansile test — Direction:Transverse, Gauge length:50mm (Round), YP Mtd : 2 (0.2% off-set),5 (0.5% underload), U (Upper yield paint), L (Lower yield point)
N |+ Division — P:Product analysis, L:Ladle analysis
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* The plate is fully killed and fine grained steel, Basic oxygen process and Vacuum degassing process were applied.* This Mill Tesl Certificate is issued in accordance with EN 10204 Type 3.1
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WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACOORDANCE WITH THE ABOVE SPECIFICATION AND THE REQUREMENTS " o’ o
Chisf Of Qualty Assurence Teamn
# B YMSYME =0 HABRMEAMY MY SE)RHE S2E ARULUCG, HXEMY WHES BN DWEEOIM &20std 5 AGHUCL(http/ /smbyundal-steel.com/cs/em/login jsp) 5
# This Mill Test Certificate Is a copy that has been printed from orig'nal elactrenic document{with i1 na),
You are eble to check an original elzctronic document at hyundaisteel's custemer portal.( http://em.hyundai—steel.com/cs/cm/loainjsp) * QRcode scanner App @ 'QReal’
* [AIS& FOAby] B dASYAMO 2018 92 2 M8 FEd o QREAN BRI QAE £ Ay,
# [Cautlon for Usel Damaoe on products and safety problems may erise if used other than to the spec stated in this Mil Test Certification.




